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ABSTRACT: A facile solvothermal method was developed for synthesis of magnetic nickel-based iron oxide nanocomposites
(MNFOs) with different ratios of Ni2+ to Fe3+ for different reaction time. Two factors including dosage of Ni source and length
of reaction were investigated for influence on the morphology and composition of MNFOs, as well as their distinct selectivity
for different phosphopeptides. After thorough characterization, the possible formation mechanism of MNFOs was proposed.
Very interestingly, MNFOs with Ni2+/Fe3+ ratios of 4:5 prepared for 8 h (MNFO-S) and for 24 h (MNFO-L) can selectively
capture global- and monophosphopeptides at the fmol level with excellent enrichment performance. These two affinity probes
have been exploited to isolate and enrich the phosphopeptides from human normal hepatic cells HL 7702 after exposure to
atmospheric fine particulates (PM2.1), which revealed that the protein phosphorylation level was increased significantly in cells
after stimulation by fine particulate matters. The findings could provide a new insight for the nickel-based affinity protocol to
analyze the mutation of phosphopeptides during cellular signaling pathways in response to exogenous environment stimulation.
Consequently, this present work proposed a promising strategy to isolate monophosphopeptides from global phosphopeptides
for phosphoproteome research.

I t is well-known that nickel and iron are relatively nontoxic
and earth-abundant elements. In the last two decades,

various synthesis approaches have been developed to prepare
spinel nickel ferrite nanoparticles by controlling the morphol-
ogy and size of particles, such as high-energy milling,1 sol�gel
method,2,3 precursor techniques,4 hydrothermal method,5

coprecipitation method,6 and so on. Among these above
methods, the hydrothermal route is one of the most prevalent
techniques, which does not need extreme temperatures or
sophisticated processing. Spinel nickel ferrite, as a soft
magnetic material with low coercivity and high saturation
magnetization, has been utilized in gas sensors, electro-
chemistry, separation, catalyst, magnetic materials, etc.5,7�10

Moreover, it has the potential to be applied in phosphopep-
tides enrichment as a kind of spinel-like ternary metal oxide.11

Protein phosphorylation is one of the most conversant post-
translational modifications, which mainly regulates a variety of
complicated vital processes in living cells.12,13 The abnormal
phosphorylation of proteins is relevant to several diseases, e.g.,
Alzheimer’s disease, Parkinson’s disease, diabetes, cancer,
osteogenesis imperfect, and so on.14�18 Currently, mass
spectrometric (MS) analysis based on shotgun proteomics is
preferential for the analysis of protein phosphorylation. On
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account of ultrahigh sensitivity, high-throughput, dynamic
range, and high analytical speed, matrix-assisted laser
desorption/ionization time-of-flight mass spectrometry
(MALDI-TOF MS) is widely employed to isolate and identify
phosphopeptides/proteins.19 Nevertheless, the signals of
phosphopeptides in direct MS detection often suffer from
suppression owing to the extremely low concentration of
phosphopeptides and severe interference derived from high
abundance native counterparts.20 In this respect, it has received
tremendous attention in the development of high-efficiency
enrichment approaches for low abundance phosphopeptides
from complex biological matrixes prior to MALDI-TOF MS
analysis.21�23

To date, multiple techniques have been employed for the
enrichment of phosphoproteins/phosphopeptides, for instance,
ion-exchange chromatography,24 immunoprecipitations,25 im-
mobilized metal affinity chromatography (IMAC),26 and metal
oxide affinity chromatography (MOAC).27 Among these
techniques, both IMAC and MOAC provide comprehensive
profiles of phosphopeptides in complex biological samples. In
particular, in the view of the convenient separability and
reutilization, magnetic functional material based IMAC and
MOAC strategies have excited extensive interest in phospho-
peptides enrichment research.28�32 On the other hand, the
mono- and multiphosphopeptides show significantly distinct
biological effects due to the differences in the number of
phosphorylation sites. For example, mono- and multiphospho-
peptides present differences in myosin light chain regulation
and cell adhesion.33 A variety of works have focused on the
affinity probes for enrichment of multiphosphorylated
peptides, such as NiZnFe2O4,

11 CaCuSi4O10,
34 DZMOF-

FDP,35 ZnMMS,36 and Ti4+-IMAC,37 etc. In addition, Liu
and Bai’s group developed both guanidyl-functionalized
graphene (GFG) and hydrazide functionalized monodispersed
silica microspheres (HFMSM) to isolate and capture multi-
and global phosphopeptides by modulating loading buf-
fers.38,39 Furthermore, a few sequential enrichment strategies
have been developed to distinguish mono- and multi-
phosphorylated peptides. Larsen’s group proposed a sequential
enrichment method based on the combination of commercial
iron-coated PHOS-select metal chelate beads and TiO2 to
distinguish between mono- and multiphosphopeptides by
MALDI-TOF MS analysis.40 In our group’s previous work, a
sequential enrichment protocol based on the combination of
two cerium-based nanocomposite probes was presented for
differentiating mono- and multiphosphopeptides.41 Very
recently, Gu’s group developed 2-D Hf-BTB nanosheets for
selectively capturing monophosphopeptides.42 However,
owing to the centrifugal separation, it is tedious and time-
consuming in the selective capture of multi- or mono-
phosphopeptides by these mentioned materials, which exclude
cerium-based nanocomposite probes for magnetic separation.
Therefore, it is a meaningful attempt of preferential isolating
monophosphopeptides from global phosphopeptides based on
simple and convenient magnetic separation.

Herein, a solvothermal method was proposed for the
synthesis of two magnetic nickel-based iron oxide nano-
composites (MNFOs) with introducing the same high dosage
of Ni source at different reaction time: magnetic nickel-based
iron oxide nanocomposites at short reaction time (denoted as
NiEGAc-NiO/NiFe2O4, MNFO-S) and at long reaction time
(denoted as Ni-NiO/NiFe2O4, MNFO-L). Moreover, the
possible synthesis mechanisms of MNFO-S and MNFO-L

were elucidated. Then, these two materials were utilized as
affinity probes for isolation and enrichment of phosphopep-
tides. MNFO-S possessed excellent performance toward global
phosphopeptides including mono- and multiphosphopeptides,
whereas MNFO-L had high selectivity toward monophospho-
peptides. Furthermore, these two affinity probes have been
applied to respectively separate global and monophosphopep-
tides from the lysates of intricate HL 7702 cells stimulated by
atmospheric fine particulates (PM2.1). It was found that the
change in phosphoprotein expression involved in the cellular
signaling pathways was in response to the exogenous
stimulation of fine particulate matters.

� EXPERIMENTAL SECTION
Materials and Reagents. Common reagents were

obtained commercially from multisuppliers (see the Support-
ing Information). All of the other chemicals were of analytical
reagent grade unless otherwise noted. Human normal liver
cells HL 7702 were exposed to PM2.1 collected by Andersen
eight stage nonviable cascade impactor (Tisch, TE-20-800,
U.S.A.) at a flow rate of 28.3 L/min with polytetrafluoro-
ethylene (PTFE) membrane from atmosphere for 144 h and
incubated in culture medium for 0 and 24 h in another work of
our group. The samples were stored in a fridge at �80 °C
before analysis.

Synthesis of MNFOs. Magnetic nickel-based iron oxide
composites (MNFOs) were prepared by a solvothermal
reaction at 200 °C for several hours (Scheme 1). Briefly,

NaAc (3.6 g), FeCl3·6H2O (1.35 g), and Ni(NO3)2·6H2O
(0.29, 0.54 or 1.16 g, respectively) were completely dissolved
in ethylene glycol (EG, 40 mL) via ultrasonication for 30 min.
The mole ratios of Ni source to Fe source were selected at 1:5,
2:5, and 4:5 during the introduction of Ni source in synthesis
of MNFOs. When Ni source was at the high dosage (Ni2+:Fe3+

= 4:5), the obtained homogeneous mixture solution was
transferred into a Teflon-lined stainless-steel autoclave and
sealed to heat at 200 °C for 8, 16, and 24 h to obtain MNFO-S,
MNFO-M, and MNFO-L, respectively. After cooling to room
temperature naturally, the chocolate brown MNFOs products
were obtained with magnetic separation using a magnet. Then,
the products were rinsed with ultrapure water and ethanol for
several times and dried at 60 °C for further use. For
comparison, Fe3O4 nanoparticles, which only used FeCl3 as
precursor, were prepared under the same conditions of
MNFO-S without the addition of Ni source.

Sample Preparation. The digest of �-casein, digests of �-/
�-casein, nonfat milk digest and human serum were prepared
by our previous work (see the Supporting Information). The
total proteins from HL7702 cells stimulated by PM2.1 were

Scheme 1. Schematic Illustration of the Synthesis Strategy
of MNFO-S and MNFO-L A�nity Probes
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extracted by the protein extraction kit. After total protein
content was measured by BCA Protein Assay Kit, HL 7702
cells lysate digests were obtained by adding cell lysis buffer (4%
CHAPS + 65 mM DTT + protease inhibitor (1:100)) together
with trypsin (20 �g mL�1) at a ratio of 40:1 (wt/wt) for
incubation at 37 °C for 18 h.

Selective Enrichment of Global-/Monophosphopep-
tides with Two Magnetic Nickel-Based Iron Oxide
Composites from Di�erent Samples. The workflow to
enrichment of phosphopeptides is shown in Scheme S1.
MNFO-S or MNFO-L (5.0 �L, 20 mg mL�1) was added into
the peptide mixture (100 �L) at room temperature, which was
originating from �-casein tryptic digests (2.5 �L), the mixture
of �-/�-casein tryptic digests (2.5 �L), nonfat milk tryptic
digests (1.0 �L), or human serum (1.0 �L) diluted to 1 mL
with 50% ACN/5.0% TFA solution. The mixture was vortexed
for 15 min at room temperature. Then, the phosphopeptides-
loaded probes were collected with a magnet and rinsed with
100 �L of the 50% ACN/0.1% TFA solution for three times to
remove unspecific absorption and other unbound impurities.
Afterward, the trapped phosphopeptides were eluted with 5 �L
of NH3·H2O (10%, w/w) by sonication for 10 min. For the
trypsin digests of HL7702 cell lysates, 200 �L of them were
incubated with MNFO-S or MNFO-L (5.0 �L, 20 �g mL�1)
for 15 min with vortex. After rinsing, the trapped
phosphopeptides were eluted with 5 �L of NH3·H2O (10%,
w/w) by sonication for 10 min. Finally, these supernatants
were collected by magnetic separation for further MALDI-
TOF MS analysis.

Experimental Conditions for MALDI-TOF MS Anal-
ysis. After extraction of phosphopeptides from various samples
by two MNFOs or other affinity probes, 0.5 �L of eluate was
deposited on a MALDI plate. Then, 0.5 �L of 2,5-
dihydroxybenzoic acid (DHB) aqueous solution (20 mg
mL�1, 50% ACN and 1% H3PO4) was introduced as a matrix
on a MALDI-TOF MS (Bruker Daltonics, Germany) with
Smartbeam-II laser technology. The measurements were in a
positive reflection mode with the shots number of 500 and the
acceleration voltage of 25 kV.

� RESULTS AND DISCUSSION
Synthesis and Characterization of MNFOs. Briefly,

Fe3O4 and MNFOs were synthesized by a solvothermal
process with different ratios of Ni2+ to Fe3+. As shown in the
TEM image (Figure 1A), the prepared Fe3O4 nanocrystal
(Ni2+:Fe3+ = 0:5) had a smooth and uniform sphere at a
reaction time of 8 h. Upon the addition of nickel source, the
surface of nanoparticles became rough (Ni2+:Fe3+ = 1:5,
MNFO-01, Figure 1B), even bringing out semitransparent
layers after introducing more Ni source (Ni2+:Fe3+ = 2:5,
MNFO-02, Figure 1C). When the dosage of Ni source further
enlarged (Ni2+:Fe3+ = 4:5), MNFO-S nanocomposites with
semitransparent flower-like structure were obtained (Figure
1D). The flower-shaped layers faded away after prolonging the
reaction time to 16 h (MNFO-M, Figure 1E). When the
reaction time was further extended to 24 h, MNFO-L was
obtained with a few ribbon layers on the edge of nanoparticles
(Figure 1F). The TEM results illustrated that both the dose of
Ni source and reaction time could intensively affect the
formation and morphology of synthesized MNFOs. Surface
morphology and composition analysis of the obtained MNFOs
were characterized by FESEM for MNFO-S, MNFO-M, and
MNFO-L (Figure 2) or SEM for MNFO-01 and MNFO-02

(Figure S1), which were in accordance with the TEM analysis
of MNFOs. The EDS spectra were recorded to further identify
the elemental composition of MNFOs, and the results showed
that all of the MNFOs contain the same elements�C, O, Fe,
and Ni�and no contamination elements were detected.

As shown in Figure S2, the FT-IR characteristic peak at 570
cm�1 was assigned to the metal�oxygen bonds (Fe�O/Ni�O)
in MNFOs. The broad adsorption band centered at 3425 cm�1

was ascribed to surface hydroxyl (�OH). The characteristic
peaks at 2934 and 2856 cm�1 corresponded to �CH2
stretching vibration. The peaks at 1650 and 1400 cm�1 were
attributed to COO� and COO�M+ (M: Fe3+, Ni2+), and the
peak at 1102.6 cm�1 was ascribed to C�O. The results implied
that organic substances (EG and acetate) exist in the affinity
materials and especially are plentiful in the MNFO-S. After
introducing more Ni source, C and H elements in MNFOs
grew in quantity, subsequently (see Table S1 for elemental
analysis). However, under the same dosage of Ni source, the

Figure 1. TEM images of Fe3O4 and MNFOs at the same reaction
time of 8 h from different molar ratios of Ni source to Fe source: (A)
Fe3O4 (Ni2+:Fe3+ = 0:5); (B) MNFO-01 (Ni2+:Fe3+ = 1:5); (C)
MNFO-02 (Ni2+:Fe3+ = 2:5). TEM images of MNFOs from the same
molar ratio of Ni source to Fe source (Ni2+:Fe3+ = 4:5) at the different
reaction time: (D) MNFO-S (8 h); (E) MNFO-M (16 h); (F)
MNFO-L (24 h).

Figure 2. FESEM (A�C) and EDS (D�F) of MNFOs from the fixed
molar ratio of Ni source to Fe source (Ni2+:Fe3+ = 4:5) at different
reaction time. MNFO-S (A, D; 8 h); MNFO-M (B, E; 16 h); MNFO-
L (C, F; 24 h).
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quantities of C and H decreased following the extension of
reaction time. The above results indicated that involvement of
Ni is able to promote the formation of the organic part of
MNFOs, yet the extension of the reaction time may result in
the diminution of the organic matters. Furthermore, the
quantities of Ni and Fe were measured by ICP-OES (Figure
S3). There was no obvious variation about the ratio of Ni to Fe
in MNFOs by merely extending the reaction time at the fixed
molar ratio of Ni source to the Fe source. However, both the
Ni to Fe ratio and Ni content in the MNFOs increased with
the augmentation of Ni source, no matter how long the
reaction time was.

XRD patterns of Fe3O4 and MNFOs are displayed in Figure
3. MNFO-01 presented typical diffraction peaks (marked with
�), which were ascribed to the reflection planes of cubic
structure of spinel NiFe2O4 (JCPDS No. 54-0964). After
adding more Ni source to form MNFO-S, new diffraction
peaks (marked with �) at 7.63° and 26.1° were observed due
to the organic flower-shaped substance in MNFO-S, which
responded to reflection planes of JCPDS No. 26-1135,
indicating that the structure of flower-shaped substances is
similar to the valleriite type of haapalaite. In addition, the fresh
diffraction peaks (marked with �) obtained at 44.5° and 51.8°
were ascribed to the (111) and (200) reflection planes of Ni
metal (JCPDS No. 04-0850) in MNFO-L, with the
disappearance of the peaks at 7.63° and 26.1° simultaneously.
The results showed that the Ni source will introduce a valleriite
type organic substance of Ni salt and that a long reaction time
promotes the reduction of Ni2+ to monatomic Ni. To further
demonstrate the chemical composition and the element
bonding configuration for MNFOs, X-ray photoelectron
spectroscopy (XPS) analysis was performed (Figure S4). As
MNFO-S, MNFO-M, and MNFO-L have similar XPS full scan
spectra, only the XPS full scan spectrum of MNFO-S is

presented (Figure S4A), confirming the presence of Fe, Ni, C,
N, and O in the sample. The Ni 2p3/2 at 855.1 and 860.5 eV
and Ni 2p1/2 at 872.5 and 880.1 eV in these MNFOs illustrated
that NiO and NiFe2O4 exist in the MNFOs. The new energy
band at 852.7 eV indicated that monatomic Ni appeared in the
MNFO-M and MNFO-L. The Fe 2p spectra showed a spin-
coupled doublet for Fe 2p3/2 and Fe 2p1/2 at 710.5 and 722.5
eV, respectively, indicating the presence of both Fe3+/Fe2+

species in all MNFOs materials.
The surface areas of MNFO-01, MNFO-02, MNFO-S,

MNFO-M, and MNFO-L were 16.76, 93.28, 98,87, 55.72, and
61.38 mg g�1, respectively (Figure S5), indicating that MNFO-
S possesses the highest specific area among these five MNFOs.
As shown in Figure S6, the weight loss of Fe3O4 in the entire
heating process was slight, while MNFOs underwent a number
of thermal decomposition processes in the range of 25�400
°C. For Fe3O4 and all MNFOs, the DSC curves exhibited a
broad endothermic event corresponding to weight loss of 2.7�
5.2% below 100 °C due to the removal of adsorbed free water
and bound water from the nanoparticles surfaces. Compared to
other four materials, MNFO-02 and MNFO-S emerged with a
strong second exothermic peak centered at about 150�165 °C.
The weight loss of MNFOs was about 5.5�18.7%, which was
assigned to the initial breakdown of nanoparticles and a
spontaneous combustion induced by the in situ oxidization of
ethylene glycol and acetate in the nanoparticles accompanying
with liberation of H2O and CO2. The last stage of thermal
decomposition processes of MNFOs was in the range of 200�
400 °C, and the broad endothermic event at around 330�380
°C was accompanied by a weight loss of 7.7�24.1% due to
continuing oxidation of flower-shaped organic components in
the nanoparticles. In short, the weight loss of MNFOs became
larger with the increase of Ni source, even the weight loss of
MNFO-S achieved 50.3%. However, the weight loss of

Figure 3. XRD spectra of Fe3O4 and MNFOs: Fe3O4 (A), MNFO-01 (B), MNFO-02 (C), MNFO-S (D), MNFO-M (E), and MNFO-L (F).
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tides as usual (Figure S9). To further test the difference of
enrichment of phosphopeptides by MNFO-S and MNFO-L,
mixture of bovine �/�-casein tryptic digests (10 pmol, molar
ratio of 1:1) was utilized as another model sample (Figure
S10), which was accordance with above results. Moreover, the
identified mono/multi-phopshopeptides captured by MNFO-S

or MNFO-L in the amino acid sequence pattern are listed in
Table S2.

To assess the sensitivity of phosphopeptides enrichment by
MNFOs, bovine �/�-casein tryptic digests were mixed in
different concentrations (Figure S11). Three monophospho-
peptides and one multiphosphopeptide were still detected in 5
fmol trypsin digests of �-/�-casein after enrichment by

Figure 6. Mass spectra of HL7702 cell lysates digests before and after treatment with MNFOs: before stimulation with PM2.1 by direct analysis (A),
before stimulation with PM2.1 by enrichment with MNFO-S (B), before stimulation with PM2.1 by enrichment with MNFO-L (C); after
stimulation with PM2.1 particles for 24 h by direct analysis (D); after stimulation with PM2.1 treated with MNFO-S (E), after stimulation with PM2.1
particles for 24 h treated with MNFO-L (F), respectively. E(I)-(III) and F(I)�F(III) present the detailed enlarged mass spectra of phophopeptides
including I (920�1050 Da), II (1150�1350 Da), and III (1520�1630 Da). “*” indicates phosphopeptides and “#” indicates dephosphorylation.
“Blue line” indicates �80 Da, “green line” indicates �16 Da, and “red line” indicates �23 Da.
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MNFO-S. Moreover, three monophosphopeptides were also
measured in MS spectrum of 20 fmol trypsin digests of �-/�-
casein after enrichment by MNFO-L. The results demon-
strated that both MNFO-S and MNFO-L displayed high
enrichment sensitivity toward phosphopeptides with low
concentration. To further evaluate the selectivity of these
two MNFOs for phosphopeptides, a more complex peptides
mixture consisting of �-/�-casein and BSA from 1:1:10 to
1:1:2000 (molar ratios) was used as analyte. As shown in
Figure 5, the phosphopeptides in the mixture cannot be
recognized by direct analysis owing to the suppression of the
abundant nonphosphopeptides from trypsin digests of BSA.
Five phosphopeptides were clearly observed with a scrap of
interference peaks even under the existence of 1000-fold
trypsin digest of BSA after treatment with MNFO-S affinity
probe. Even nonphosphopeptides were up to 2000-fold, and
phosphopeptides continuously dominated the mass spectrum
after treatment with MNFO-L probe. In addition, a standard
phosphopeptide (LRRA[pS]LGGK) was used as a model for
assessing the enrichment performance of MNFO-S and
MNFO-L. The detailed stable isotope dimethyl labeling
process45 with minor modification was described in the
Supporting Information. As shown in Figure S12, the
recoveries of the standard phosphopeptide on MNFO-S and
MNFO-L were as high as 87.29% and 95.34%, respectively.
Moreover, MNFO-S and MNFO-L both exhibited excellent
reproducibility in enrichment of phosphopeptides (Figure
S13).

Enrichment of Global-/Monophosphopeptides in
Nonfat Milk and Serum. In order to test the practical
application of MNFOs toward global-/monophosphopeptides,
trypsin digests of nonfat milk and human serum were selected
as real biological samples (Figures S13 and S14). The
enrichment performance on capture of phosphopeptides
from nonfat milk digest was similar to �-/�-casein digests by
MNFO-S and MNFO-L probes, which were better than Fe3O4
and commercial TiO2 (Figure S14). The identified mono-/
multiphosphopeptides in the amino acid sequence pattern are
listed in Table S3. As shown in Figure S15, regardless of
whether MNFO-S or MNFO-L was chosen as the extraction
material, two peaks at m/z 1545.43 and 1616.45 were
iden t ified a s monophosphopep t ide s o f D[pS] -
GEGDFLAEGGGVR and AD[pS]GEGDFLAEGGGVR
(“[pS]” shows phosphorylation on serine) after isolation and
enrichment by these two probes form human serum sample,
respectively.

Enrichment of Global-/Monophosphopeptides in
Human Liver Cell Exposed to Atmospheric Fine
Particulate Matters. Atmospheric fine particulate matters
can enter cells, making various cytotoxicity accompanied by
the expression change of proteins including phosphoproteins.
Here, HL7702 cells exposed to PM2.1 were employed as a real
complex biological sample to testify the applicability of
MNFOs for phosphopeptides enrichment. The proteins in
the stimulated HL7702 cells were extracted via repeated
freeze�thaw method. The original total concentration of
albumen in HL 7702 cells was 2.65 mg mL�1. After exposure to
PM2.1 for 24 h, the albumen concentration markedly ascended
to 4.15 mg mL�1, indicating that the stimulation with
atmospheric fine particulates aroused the up-regulation of
total proteins in cells. In order to investigate the variation in
phosphorylation level in the hepatic cells after exposure to fine
particulate matters, MNFO-S and MNFO-L were exploited to

selectively capture phosphopeptides from tryptic digests of
PM2.1-treated cell lysate. It was found that no phosphopeptides
were detected before and after PM2.1 exposure by directed MS
analysis (Figure 6A,D). In particular, there were still no
phosphopeptides observed in mass spectra after enrichment by
the two MNFOs from tryptic digests of HL7702 cell lysate
without stimulation (Figure 6B,C). However, after PM2.1
exposure for 24 h, a number of phosphopeptides were detected
in MS after enrichment by two MNFOs (Figure 6E,F),
eliminating abundant nonphosphopeptides and other impur-
ities that severely suppressed the signals of phosphopeptides.
The detailed enlarged mass spectra of phophopeptides
including I (920�1050 Da), II (1150�1350 Da), and III
(1520�1630 Da) are shown in Figure 6E(I)-(III) and F(I)�
F(III), respectively. Meanwhile, the identified amino acid
sequences of phosphopeptides are listed in Table S4, indicating
that MNFO-S can effectively capture global phosphopeptides
and MNFO-L can highly selectively enrich monophosphopep-
tides. These adjacent peaks present deletion/truncation on
methionine (�16 Da) or Na+ adducted ion peak �23 Da or
HPO3 (�80 Da) from corresponding phosphopeptides. The
results manifested that the expression of phosphopeptides up-
regulated after a certain duration of PM2.1 exposure. The
results of the iTRAQ assay, that is also a powerful proteomics
technique, further verified the up-regulation of phosphopep-
tides expression in HL 7702 cells stimulated by PM2.1. For
phosphoproteome analysis of cell lysate after exposure to fine
particulate matters, we have proposed an approach to
selectively and effectively isolate and capture phosphopeptides
from cells, which has an insight into the potential changes of
protein phosphorylation in cellular signaling pathways, estro-
gen signaling pathway, and pathways in cancer (Figures S16).
The results indicate that the normal hepatocyte cells could be
impairment or even become cancerous after lengthy exposure
under atmospheric fine particulates.

� CONCLUSIONS
In summary, two magnetic nickel based iron oxides (MNFO-S
and MNFO-L) were prepared by a simple and efficient
solvothermal method, and a possible synthesis mechanism of
different MNFOs was proposed. These two materials were
exploited as affinity probes for capture of global-/mono-
phosphopeptides. MNFO-S exhibited a highly effective
performance in enrichment of global phosphopeptides, where-
as MNFO-L selectively bonded with monophosphopeptides.
This might result from the fact that the Fe2+ ions are plentifully
substituted by softer acid Ni2+ ions, and NiO and Ni salts are
generated in MNFOs, which weaken the interaction between
MNFO-S and phosphopeptides with the character of the hard
base. In addition, elemental nickel doped in MNFOs with
prolong reaction time further hinders MNFO-L toward the
multiphosphopeptides. Furthermore, after treatment with these
two affinity probes for enrichment of phosphopeptides, the
expression of phosphoproteins in HL 7702 cells exposed to
PM2.1 were found to be up-regulated, which is in relation to the
pathways in cellular signaling, estrogen signaling, and cancer
after exogenous stimulation. Therefore, it is expected that the
present work could provide a new strategy for the nickel based
iron oxide composites to distinguish monophosphoproteins
from global phosphoproteins at very low phosphorylation level
in complicated matrix in environmental and biomedical
application.
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