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and dendrite-free deposition during 
charging.[1–6] However, the strong electro-
static interactions between highly polar-
ized divalent Mg2+ ions and host lattices 
of cathode material usually induce slow 
solid-state insertion/diffusion kinetics of 
Mg2+ ions within the crystal lattices.[7–10] 
In addition, the compatibility of existing 
electrode materials with only a handful 
of optional electrolytes is not satisfying, 
which also hinders the development of 
Mg batteries.[11–16] As a result, the search 
for cathode materials capable to revers-
ibly intercalate Mg2+ with high capacity, 
long cycling life, and fast kinetics is quite 
challenging. Till now, one of the top-per-
forming cathode material is Chevrel phase 
Mo6S8 reported by Aurbach et al.[1] Bene-
fited from the moderate polarity of the ani-
onic framework and the large size of the 
ion channels in Chevrel phase Mo6S8, the 
electrostatic interactions between Chevrel 
phase Mo6S8 and Mg2+ ions are relatively 
weak, thus favorable to the insertion of 
Mg2+ ions.[1] Up to now, only a few cathode 
materials with reasonable discharge 
capacity and cycling endurance for Mg 

batteries have been developed.[17–22] Among them, transition 
metal oxides (V2O5, MnO2, Mn3O4) usually exhibit very slug-
gish kinetics and poor cycling stability.[23–26] Layered transition 
metal chalcogenides (TMCs, such as MoS2,[17,27] WSe2,[28] and 
TiS2

[29–31]) have been regarded as potential cathode materials for 
Mg batteries, because the “soft” anionic lattices (S or Se) con-
tribute to a weaker Coulombic attraction with guest Mg2+ ions, 
which can enhance the mobility of Mg2+, as well as the desolva-
tion of Mg2+ at the electrolyte/electrode interface.[32,33] However, 
the TMCs usually suffer from narrow interlayer spacings that 
may hinder the diffusion of Mg2+ ions, therefore to expand the 
interlayer spacings of TMCs is essential for improving the mag-
netization/demagnetization kinetics.

Herein, we first propose that VS4 with special atomic-chain 
structure can serve as a novel and promising cathode material 
with high capacity and long cycling life for Mg batteries. In 
the history, VS4 was first discovered from patronite mineral in 
1906,[34] and its crystalline structure was elucidated in 1964.[35] 
It has been revealed that VS4 is a “linear-chain” compound 

Rechargeable magnesium batteries have attracted increasing attention due 
to the high theoretical volumetric capacities, dendrite formation-free char-
acteristic and low cost of Mg metal anodes. However, the development of 
magnesium batteries is seriously hindered by the lack of capable cathode 
materials with long cycling life and fast solid-state diffusion kinetics for 
highly-polarized divalent Mg2+ ions. Herein, vanadium tetrasulfide (VS4) 
with special one-dimensional atomic-chain structure is reported to be able to 
serve as a favorable cathode material for high-performance magnesium bat-
teries. Through a surfactant-assisted solution-phase process, sea-urchin-like 
VS4 nanodendrites are controllably prepared. Benefiting from the chain-like 
crystalline structure of VS4, the S2

2- dimers in the VS4 nanodendrites provide 
abundant sites for Mg2+ insertion. Moreover, the VS4 atomic-chains bonded 
by weak van der Waals forces are beneficial to the diffusion kinetics of Mg2+ 
ions inside the open channels of VS4. Through a series of systematic ex situ 
characterizations and density functional theory calculations, the magnesia-
tion/demagnesiation mechanism of VS4 are elucidated. The VS4 nanoden-
drites present remarkable performance for Mg2+ storage among existing 
cathode materials, exhibi ting a remarkable initial discharge capacity of 251 
mAh g-1 at 100 mA g-1 and an impressive long-term cyclability at large cur-
rent density of 500 mA g-1 (74 mAh g-1 after 800 cycles).
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Rechargeable magnesium batteries have been considered 
as one of the most compelling candidates for large-scale sus-
tainable electrochemical energy storage. Mg metal possesses 
several advantages, such as ultrahigh theoretical volumetric 
energy density (3833 mAh cm−3), rich natural abundance, 
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composed of V4+ ions coordinated to sulfur dimers (S2
2−) 

extending along the c axis,[36] as shown in Figure 1a. The indi-
vidual atomic chains of VS4 are only bonded by weak van der 
Waals forces, which provide a loosely stacking structure. Pre-
vious researches showed that VS4 appeared to display a Peierls 
distortion and exhibits a narrow bandgap of ≈1.0 eV and rela-
tively high electronic conductivity.[37,38] The interval between the 
atomic chains of VS4 is 5.83 Å, which is much larger than the 
effective ionic diameter of Mg2+ (1.44 Å). The open channels 
between the atomic chains of VS4 offer abundant active sites for 
Mg2+ diffusion and storage. Moreover, the interactions between 
neighboring atomic chains are quite weak, thus can favorably 
facilitate the ion-transfer kinetics of Mg2+. However, the system-
atic study of VS4 was rare in the literature by the fact that the syn-
thesis of pure VS4 was difficult.[39] To date, only very few efforts  
have been made to the Li+ and Na+ storage in VS4.[38,40–42] In 
2015, Grey and co-workers have revisited the reversible lithia-
tion of VS4 to determine its multiple redox modes by employing 
a series of structural characterization tools.[36]

To the best of our knowledge, so far, the reversible electro-
chemical storage of Mg2+ ions in VS4 has not been reported 
yet. Herein, we develop a convenient solution-phase pro-
cess to prepare highly branched VS4 nanodendrites assem-
bled by numerous 1D VS4 nanorods. The VS4 nanodendrites 
exhibit ultrahigh reversible capacity, exceptional rate per-
formance, and excellent cycling stability superior to those 
of other cathode materials for Mg batteries. The reversible 

magnetization/demagnetization mechanism in VS4 was scruti-
nized by ex situ X-ray photoelectron spectroscopy (XPS), ex situ 
X-ray diffraction (XRD), ex situ Raman spectroscopy and den-
sity functional theory (DFT) calculations. The Mg2+ transport/
diffusion properties and the special internal redox behaviors in 
VS4 were also elucidated in detail.

For the synthesis of VS4 nanodendrites, a solvothermal 
reaction of NH4VO3 and thioacetamide (TAA) was performed 
in a mixed ethylene glycol (EG)/water solution at 160 °C for 
12 h in the presence of block copolymer F127 as surfactant 
(see Experimental Section). Resulted from the sulfuration 
effect of TAA and the morphology control by F127 surfactant, 
sea urchin-like VS4 nanodendrites with multibranching struc-
ture were obtained. Scanning electron microscopy (SEM) and 
transmission electron microscopy (TEM) characterizations 
revealed the morphology of VS4 nanodendrites with a uni-
form size of ≈300 nm assembled by many agminated nanorods 
with an average diameter of ≈10 nm (Figure 1b–e). The high-
resolution TEM (HRTEM) image in Figure 1f shows a lattice 
plane spacing of 0.56 nm in VS4 nanodendrites, corresponding 
the (110) planes of monoclinic phase VS4. The selected area 
electron diffraction (SAED) pattern (Figure 1g) consisting of 
diffused diffraction rings can be congruously indexed to the 
monoclinic phase of VS4 (JCPDS card No. 72-1294, space group 
I2/c, a = 6.8, b = 10.4, c = 12.1).

X-ray powder diffraction (XRD) patterns confirmed the good 
crystallinity and high purity of as-obtained VS4 nanodendrites 
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Figure 1. Schematic geometries of VS4 and morphology characterizations of VS4 nanodendrites. a) Lateral-view (left) and vertical-view (right) of the 
“linear-chain” crystalline structure of VS4, showing an interval of 5.83 Å between the atomic chains. b–g) Morphology characterizations of VS4 nano-
dendrites: b,c) SEM images, d,e) TEM images, f) HRTEM image, g) SAED pattern of VS4 nanodendrites.
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(Figure 2a), and all the reflection peaks were well assigned to 
monoclinic phase VS4. XPS analysis revealed the coexistence 
and the valence states of V and S elements (Figure 2b–d). The 

energy bands at 514.1 and 521.7 eV are attributed to V 2p3/2 and 
V 2p1/2 bands (Figure 2c), which are the characteristic features 
of V4+ rather than V5+ (V 2p peak of V5+ are normally located 
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Figure 2. Structural and composition characterizations of VS4 nanodendrites. a) XRD pattern, b) survey XPS spectrum, high-resolution XPS spectra at 
c) V 2p and d) S 2p core level regions, e) BF-STEM image, f,g) corresponding areal mappings of V (f) and S (g) elements, and h) EDX analysis of VS4 
nanodendrites.
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at ≈517.2 and 524.5 eV),[18,43–45] indicating the domination 
of V4+ in VS4 nanodendrites. The high-resolution XPS scan-
ning at S 2p region demonstrated the existence of S2

2− dimers 
(Figure 2d), and the peaks at 162.9 and 164.0 eV were ascribed 
to S 2p3/2 and S 2p1/2 bands, respectively. Differently, the peaks 
of S 2p3/2 and S 2p1/2 in vanadium disulfide (VS2, containing S2− 
instead of S2

2−) appears at around 162.5 and 163.5 eV, respec-
tively,[46,47] which are at lower energy levels than those of VS4 
(with S2

2−) in this work. Bright-field scanning TEM (BF-STEM) 
and corresponding energy dispersive X-ray spectroscopy (EDX) 
elemental analysis (Figure 2e–h) clearly show the evenly distrib-
uted V and S atoms with an atomic ratio around 1:4, which is 
consistent to the analytical results of XPS.

Furthermore, a set of control experiments of VS4 synthesis 
were carried out to investigate and adjust the formation pro-
cess of the VS4 nanodendrites. Figure S1 (Supporting Infor-
mation) shows the SEM images of four different samples of 
VS4 nanostructures prepared with distinct reaction times. In 
the early reaction period, small VS4 nanoparticles were first 
obtained (Figure S1a, Supporting Information). As the reaction 
time went on, the product started to show the nanodendrite-
like morphology (Figure S1b, Supporting Information), and the 
diameter and length of VS4 nanorods composing nanodendrites  

gradually increased as the reaction time was extended  
(Figure S1c,d, Supporting Information). To investigate the effect 
of F127 surfactant on the morphology of products, a control 
sample was prepared without adding F127 while keeping other 
conditions unchanged. Interestingly, only uniform VS4 nano-
spheres with ≈500 nm in diameter were obtained (Figure S2a,b, 
Supporting Information). The HRTEM interplanar spacing and 
XRD pattern of VS4 nanospheres (Figure S2c,d, Supporting 
Information) are also in accordance with monoclinic phase 
VS4. Figure S3 (Supporting Information) shows the meas-
ured surface area of VS4 nanodendrites and VS4 nanospheres 
are 41.7 and 38.8 m2 g−1, respectively. Compared to VS4 nano-
spheres, we expect that the high-branched VS4 nanodendrites 
consisted of nanorods can better improve the electrical conduct-
ance between each other and facilitate the transport of electrons 
and Mg2+ ions during discharge/charge cycles (as experimen-
tally confirmed below), thus conducive to the utilization ratio of 
active material and the rate capability.

The Mg2+ storage properties of VS4 nanodendrites as cathode 
material for Mg batteries were systematically investigated. 
Figure 3a shows the typical CV curves of VS4 nanodendrites at 
a scan rate of 0.2 mV s−1. The voltage range was set between 
0.2 and 2.2 V to prevent strong polarization and electrolyte 
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Figure 3. Electrochemical performances of Mg batteries with VS4 nanodendrites as cathodes. a) CV curves measured in a voltage range between 0.2 and 
2.2 V at a scanning rate of 0.2 mV s−1. b) Discharge–charge curves and c) cycling performance at a current density of 100 mA g−1. d) Discharge–charge 
curves and e) rate performance at the current densities ranged from 50 to 500 mA g−1. f) Long-term cycling test at 500 mA g−1 for 800 cycles.
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decomposition.[20–22,27,31] The CV curve at the first cycle shows 
a strong reduction peak ≈0.35 V. Compared to the subsequent 
cycles, the relatively strong polarization in the first discharge 
process is probably caused by the presence of oxide layer on 
the surface of Mg anode.[48] During the second cycle, a reduc-
tion peak appears at ≈1.18 V and an oxidation peak appears at 
≈1.25 V versus Mg2+/Mg, resulting from the Mg2+ insertion 
into VS4 and the Mg2+ extraction from VS4, respectively. The 
characteristics of CV curves in the following cycles are similar 
to the second cycle. Figure 3b shows the discharge–charge 
curves of VS4 nanodendrites at a current density of 100 mA g−1. 
An initial discharge capacity of 251 mAh g−1 was obtained, cor-
responding to the formation of Mg0.84VS4 (1 C = 1 Mg2+/VS4). 
The following charge capacity is 179 mAh g−1, corresponding 
to a Coulombic efficiency of ≈71.3%, which suggests that some 
Mg2+ ions are still trapped in the VS4 lattices (Mg0.24VS4) after 
the first charge step. As estimated by EDX, the atomic contents 
at the end of the first discharge and charge steps were shown 
in Figure S4a,b (Supporting Information), respectively, which 
is in agreement with the measured capacities. The discharge 
and charge capacities were found to be 126 and 128 mAh g−1 in 
the fifth cycle, respectively, with a greatly improved Coulombic 
efficiency of about 101.6%, which could be ascribed to the elec-
trode activation and the extraction of more Mg2+ ions.

Figure 3c presents the cycling performance of VS4 nanoden-
drites at 100 mA g−1. There is an activation process during the 
first few cycles, and the polarization decreases in the subsequent 
cycles. The reversible capacity progressively increases and ulti-
mately reaches a maximum discharge capacity of 177 mAh g−1 
after 133 cycles, and retains 150 mAh g−1 at the 180 cycles with 
Coulombic efficiency kept at ≈104.0%. Figure 3d,e shows the 
discharge–charge curves and rate capability of VS4 nanoden-
drites cycling at different current densities ranged from 50 to 
500 mA g−1. The discharge capacities are 137, 130, 123, and 
106 mAh g−1 at 50, 150, 300, and 500 mA g−1, respectively, 
showing a retention ratio of 77% as the current rate increases 
from 50 to 500 mA g−1. The long-term cycling stability of VS4 
nanodendrites at a high current density of 500 mA g−1 is shown 
in Figure 3f. The initial discharge and charge capacities are 
179 and 100 mAh g−1, respectively, with an initial Coulombic 
efficiency of 55.9%. The discharge and charge capacities at the 
fifth cycle are 79 and 82 mAh g−1, respectively, with a Coulombic 
efficiency of 96.3%. The discharge and charge capabilities 
increase to 105 and 105.6 mAh g−1 after 500 cycles, respectively, 
with a Coulombic efficiency of 100.6% and remain at 75.2 and 
75.3 mAh g−1 with the Coulombic efficiency of nearly 100% 
even after 800 cycles. From the above results, the Coulombic 
efficiency at relative high current density is improved to nearly 
100% compared with lower current density, which could be 
ascribed to self-discharge phenomenon at lower current den-
sity.[10] Such an impressive cycling stability for Mg2+ storage 
should be attributed to the unique atomic-chain structure of 
VS4 and the weak interactions between the VS4 and Mg2+. The 
linear open channels in VS4 are favorable for the Mg2+ diffu-
sion/migration and the S2

2− dimers provide sufficient active 
sites that can store a huge amount of Mg2+ ions, thus leading 
to the high reversible capacity, rate performance, and cyclicity.

For comparison, we also investigated the Mg2+ storage 
properties of VS4 nanospheres. As shown in Figure S5 

(Supporting Information), the capacity and rate capability of 
VS4 nanospheres is inferior to those of VS4 nanodendrites. The 
electrochemical impedance spectroscopy (EIS) analyses of the 
VS4 nanodendrites and nanospheres are shown in Figure S6a 
(Supporting Information). The semicircles in high frequency 
and sloping lines in low-frequency in the Nyquist plots are 
associated with the charge transfer kinetics at the electrode/
electrolyte interface (Rct) and the Mg2+ diffusion resistance 
within the electrodes, respectively. The VS4 nanodendrites 
electrode shows lower resistance values than that of VS4 nano-
spheres, confirming that the high-branched hierarchical struc-
tures of VS4 nanodendrites are beneficial to the formation of 
conductive network for facilitating electron and Mg2+ diffusion 
transfer, thus conducive to the capacity and rate performance. 
The EIS analysis of VS4 nanodendrites electrode after 20 cycles 
at 100 mA g−1 was also performed, as shown in Figure S6b 
(Supporting Information). The Rct and Mg2+ diffusion resist-
ance values of VS4 nanodendrites were greatly decreased after 
20 cycles due to the activation process in the previous cycles, 
which was also the reason of capacity increase after the initial 
cycle. Galvanostatic intermittent titration technique (GITT) 
was utilized to estimate the polarization of VS4 nanodendrites 
cathode. Figure S7 (Supporting Information) shows the GITT 
curves of VS4 nanodendrites cathode measured at 50, 100, and 
150 mA g−1, respectively. It is found that GITT curves meas-
ured at these large current densities display small potential 
gaps between the operating and equilibration states, indicating 
the small ohmic polarization that is conducive to the rate 
performance.[6,31]

To investigate the magnetization/demagnetization pro-
cesses in VS4 nanodendrites, ex situ XPS, ex situ XRD, and 
ex situ Raman spectroscopy were performed in various stages. 
Figure 4a–c shows a set of ex situ XPS spectra at V 2p, S 2p, and 
Mg 2p regions acquired from pristine, discharged and charged 
VS4 nanodendrites cathodes, respectively. In Figure 4a, the 
high-resolution V 2p XPS spectrum of pristine cathode shows 
two peaks at 514.0 eV (V 2p3/2 band for V4+) and 521.6 eV 
(V 2p1/2 band for V4+), respectively, comparable to Figure 2c. 
After discharged to 0.2 V, the significantly increased intensities 
of energy bands at 516.9 eV (V 2p3/2 band for V5+) and 524.4 eV 
(V 2p1/2 band for V5+) indicate the partial oxidation of V4+ to 
V5+. According to the XPS results, the atomic ratio of V4+:V5+ 
after discharge was calculated to be 13:87 (Table S2, Supporting 
Information). When charged again to 2.2 V, the V 2p XPS spec-
trum still could be indexed into four peaks, but the atomic ratio 
of V4+:V5+ increased to 23:77.

In Figure 4b, the high-resolution XPS spectrum of pristine 
VS4 nanodendrites shows two peaks at 162.9 and 164.1 eV, 
which are comparable to those in Figure 2d, corresponding 
to the S 2p3/2 and S 2p1/2 bands of S2

2−, respectively. After 
discharged to 0.2 V, the XPS curve at S 2p region shows two 
newly emerging deconvoluted peaks located at 162.6 eV (S 2p3/2 
band for S2−) and 163.8 eV (S 2p1/2 band for S2−), respectively, 
confirming the partial reduction of S2

2− to S2− by the insertion 
of Mg2+. The minimal peak ≈160.8 eV is originated from the 
interaction between Mg2+ and sulfur species. The atomic ratio 
of S2

2− and S2− species quantified by the XPS results (Table S2, 
Supporting Information) is ≈42:58. After charged to 2.2 V, the 
high-resolution spectrum of S 2p can be indexed into four main 
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© 2018 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim1802563 (6 of 10)

www.advmat.dewww.advancedsciencenews.com

peaks. The peaks at 162.8 and 164.1 eV are assigned to S2
2−, 

and the two peaks at 162.4 and 163.6 eV are attributed to S2−, 
respectively. After charging, the ratio of S2

2− and S2− species 
increased to about 81:19 (Table S2, Supporting Information). 
The tiny peaks located at around 167.3 and 168.6 eV for the 
discharged sample, and the peaks located at around 168.1 and 
170.0 eV for the charged sample indicate the formation of SO 
bonds, which is attributed to the degradation of THF solvent.[21] 
The valence state changes of V and S atoms are mainly owing 
to the charge transfer between Mg2+ ions and VS4, which is 
confirmed by DFT calculations (detailed below).

In Figure 4c, the high-resolution XPS spectra at Mg 2p 
region of discharged and charged VS4 nanodendrites cathodes 

both show Mg 2p peaks located at ≈50.4 eV, which is between 
the values of metallic Mg (≈49.5 eV) and Mg2+ (≈50.8 eV),[49,50] 
indicating the inserted Mg ions can take negative charges 
(electrons) from VS4, thus leading to the valence changes of  
V and S atoms. The intensity of Mg 2p band after the first dis-
charge step is higher than that after the first charge step, con-
firming the reversible insertion/extraction of Mg2+ into/from 
VS4, which is consistent with the EDX results (Figure S4, Sup-
porting Information), and also indicating that there are some 
Mg2+ ions remained in the VS4 lattices during the discharge/
charge processes.

The HRTEM images of both the discharged and charged 
VS4 nanodendrites show the same lattice spacing of 0.56 nm 
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Figure 4. Investigation of the magnetization/demagnetization processes in VS4 nanodendrites. a–c) Ex situ high-resolution XPS spectra at the V 2p 
(a), S 2p (b), and Mg 2p (c) regions of VS4 nanodendrites cathode at the pristine state, after the first discharge step and after the first charge step, 
respectively. d) Electrochemical discharge–charge profiles of VS4 nanodendrites cathode during the first and second cycles at a current density of 
100 mA g−1. The points labeled with 1 to 9 indicate the different discharge–charge states at which the XRD patterns in (e) and the Raman spectra in 
(f) were collected. e) Ex situ XRD patterns of VS4 nanodendrites collected at various discharge–charge states. The peaks labeled by “C” are originated 
from carbon paper served as current collector. f) Ex situ Raman spectra of VS4 nanodendrites collected at various discharge–charge states.
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corresponding to the (110) planes (Figure S8, Supporting 
Information), which is identical to the pristine VS4 nanoden-
drites, indicating that the insertion of Mg2+ ions have very 
slight influence to the lattice parameters of VS4. The ex situ 
XRD patterns of the VS4 nanodendrites electrode at different 
discharge–charge states (from state 1 to state 9 in Figure 4d) 
were also measured, as shown in Figure 4e. The original elec-
trode (state 1) shows two main peaks at 15.8° and 17.0°, which 
are attributed to the (110) and (020) planes of monoclinic-phase 
VS4, respectively. The positions of these two peaks remained 
unchanged during the discharge/charge processes; how-
ever, the intensities of these two peaks changed apparently 
(Figure 4e). As discharged to 0.2 V in the first discharge step 
(from state 1 to state 4), the (110) and (020) peak intensities 
gradually decreased, resulting from the insertion of Mg2+ ions 
between VS4 atomic-chains. Subsequently, the peak intensities 
increased again during the following first charge step (from 
state 4 to state 6), on account of the partial extraction of Mg2+ 
ions. In the second discharge step (from state 7 to state 9), the 
peak intensities gradually decreased again, confirming the good 
reversibility.

Figure 4f shows the ex situ Raman spectra of VS4 at different 
discharge–charge states. The Raman spectrum of pristine VS4 
nanodendrites electrode (state 1) shows several characteristic 
peaks. The peaks located at 191 and 218 cm−1 correspond to the 
stretching modes of VS bonds. The peak at 270 cm−1 is attrib-
uted to the bending mode of VS bonds. The peak at 346 cm−1 
is a breathing mode of the V2S4 cages. The other peaks located 
at 285, 543, and 557 cm−1 are attributed to SS bond stretching/
twisting.[42,51,52] During the discharge/charge processes, the 
positions of these peaks remained almost unchanged and there 
were no new peaks emerged, but obvious changes of peak 
intensities were observed (Figure 4f). During the first discharge 
step (from state 1 to state 4), the Raman peaks became weaker 
and broader, corresponding to the insertion of Mg2+ ions into 
VS4, similar to the above XRD results. Then, the peak intensi-
ties gradually recovered again (from state 4 to state 6), owing 
to the partial extraction of Mg2+ ions. In the second discharge 
step (from state 6 to state 9), the Raman peaks become weaker 
and broader again. We also examined the morphology change, 
ex situ XPS, ex situ XRD, and ex situ Raman spectra of dis-
charged and charged VS4 nanodendrites cathode after 20 cycles 
(Figures S9 and S10, Supporting Information). The morphology 
of the VS4 nanodendrites showed very little change after 
20 cycles. The corresponding changes of atomic ratios (V4+:V5+ 
and S2

2−:S2−) after 20 cycles are shown in Table S2 (Supporting 
Information). These results display the change trends (valance 
states of V and S, contents of Mg2+ ions, intensities of XRD and 
Raman peaks, etc.) similar to the first discharge/charge cycle, 
indicating the good reversibility of Mg2+ insertion/extraction.

To further investigate the magnetization/demagnetization 
mechanism of VS4, DFT calculations were also performed. 
Aiming to closely correlate with the experimental results of Mg 
contents (from 0 to 0.84), the supercell models of Mg8xV8S32 
(with n = 8, which is the number of VS4 cell) were selected for 
representing MgxVS4 (x = 0 to 0.875), as shown in Figures S11 
and S12 (Supporting Information). The results of DFT simu-
lation with PBE (Perdew–Burke–Ernzerhof) functional demon-
strate that the introduction of Mg2+ ions into VS4 has minor 

influence on the average lattice parameters (when x = 0.25, 
a/b/c ≈ 7.2/10.9/12.1 Å; when x = 0.875, a/b/c ≈ 7.0/10.9/12.3 Å,  
as shown in Table S3 in the Supporting Information) in com-
parison with pristine VS4 (a/b/c = 6.8/10.4/12.1 Å obtained 
from XRD analysis, consistent well with JCPDS card No. 
72-1294). All combinations of possible insertion positions of 
Mg2+ ions and corresponding optimized structures of MgxVS4 
with different Mg2+ insertion content x (from 0 to 0.875) are 
given in Table S3 (Supporting Information). The changes in 
electronic structures of MgxVS4 upon the discharging process 
are also presented by the DFT calculation results of relative 
formation energy (Figure 5a) and charge density distribu-
tion (Figure 5b). Figure 5a displays the possible geometries of 
MgxVS4 corresponding to the lowest relative formation ener-
gies among various possible insertion positions of Mg2+ ions. 
The calculation results confirm that the discharging process 
with Mg2+ insertion into MgxVS4 is energetically favorable 
when 0 ≤ x ≤ 0.875. Specifically, from Table S3 (Supporting 
Information) and Figure 5a, the average relative formation 
energies tend to decrease when Mg content x increases from 
0.125 to 0.625, indicating that the insertion of more Mg2+ ions 
is energetically more favorable. However, with further more 
Mg2+ ions intercalated into MgxVS4 (0.625 < x ≤ 0.875), the rela-
tive formation energy of MgxVS4 gradually increases along with 
the increase of Mg2+ content, but still energetically favorable.

The addition of Mg2+ ions significantly affects the charge 
density distribution of the adjacent V and S atoms (Figure 5b). 
The DFT calculation results also show that the charge transfer 
between Mg2+ ions and VS4 leads to an average charge transfer 
number of ≈1.0 per every intercalated Mg2+ ion (Figure S13, 
Supporting Information), which closely correlate with the val-
ance state changes of V and S atoms in MgxVS4 revealed by 
XPS results (Figure 4a,b). Some partially distorted structures 
of MgxVS4 were also located by DFT calculations, as shown 
in Figure S14 (Supporting Information). Most of those site-
disordered geometries are energetically unfavorable than those 
ordered ones given in Figure 5a. To our surprise, no matter 
with or without the site-distortion, the calculated lattice para-
meters of MgxVS4 (0 < x ≤ 0.875) keeps nearly constant with the 
maximum variation being less than 4.7% relative to the pristine 
VS4. This rationalizes well the reversible insertion/extraction of 
Mg ions into/from VS4, and also confirms that the structure of 
the MgxVS4 has very little distortion upon Mg cycling.

According to the above detailed characterizations and DFT 
calculations, we conclude that the insertion of Mg2+ions into 
VS4 during the discharge steps forms MgxVS4, resulting in the 
partial reduction of S2

2−to S2− and the partial oxidation of V4+ 
to V5+. On the contrary, the extraction of Mg2+ ions from VS4 
during the charge steps makes the Mg2+ content decreasing 
from approximately Mg0.84VS4 to Mg0.24VS4, and the valence 
states of most V5+ and S2− changes back to V4+ and S2

2−. As 
illustrated in Figure 5c, the working mechanism of Mg–VS4 
batteries in the two electrodes can be approximately repre-
sented as below

e+ + →+ −Cathode : VS 0.24Mg 0.48 Mg VS4
2

0.24 4  
(1)

e+ + ↔+ −Mg VS 0.6Mg 1.2 Mg VS0.24 4
2

0.84 4  (2)

Adv. Mater. 2018, 30, 1802563
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e↔ ++ −Anode : Mg Mg 22  (3)

This Mg2+ insertion/extraction mechanism is very distinct 
from the previous report of Li–VS4 battery,[36] in which the 
eventual further reduction of Li3+xVS4 results in the formation 
of Li2S and elemental V. In contrast, in our study, there is no 
formation of MgS and elemental V observed during discharge/
charge processes, and the integrity and ordered structure of 
VS4 atomic chains are well preserved, which ensures a supe-
rior reversibility and cycling life of Mg–VS4 battery with high 
capacity retention at 500 mA g−1 over 800 cycles. We hope that 

the exploration of nanostructural linear-chain compound VS4 
cathodes for Mg batteries may bring new inspiration to the 
design of high-performance electrode materials for multivalent 
secondary batteries.

Experimental Section
Chemicals: Triblock copolymer surfactant Pluronic F127 

(Mw = 12 600, PEO106PPO70PEO106, Sigma-Aldrich), AlCl3 (99.99%, 
Sigma-Aldrich), PhMgCl (≥99%, 2.0 m in THF solution, Aladdin), Mg 

Figure 5. DFT calculations and schematic illustration of the reversible Mg2+ insertion/extraction behavior into/from VS4. a) DFT-calculated relative 
formation energies for different contents of Mg2+ ion occupations in MgxVS4 supercells. b) DFT-calculated charge density distributions (isovalue = 
0.5) of MgxVS4 (x = 0, 0.25, and 0.875, respectively). c) Schematic illustration of the reversible Mg2+ insertion/extraction behavior into/from VS4 during 
discharge/charge processes, according to the experimental results.



© 2018 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim1802563 (9 of 10)

www.advmat.dewww.advancedsciencenews.com

Adv. Mater. 2018, 30, 1802563

foil (99.99%, 0.127 mm thick, Sigma-Aldrich), Carbon paper (0.19 mm 
thick, Toray), TAA, EG, and NH4VO3 were purchased from Sinopharm 
Chemical Reagent Co., Ltd. All reagents were used without further 
purification.

Synthesis of Highly Branched VS4 Nanodendrites: Typically, 0.5 g of 
Pluronic F127 surfactant was dissolved in 30 mL of deionized water, and 
then 3 mmol of NH4VO3 was added into the solution. The suspension 
was heated to 60 °C for 20 min to form a clear pale-yellow solution. 
Then, 30 mL EG solution of TAA (0.5 m) was added into the above 
mixed solution. Subsequently, the mixed solution was stirred at 60 °C 
for 30 min and transferred into a 100 mL Teflon-lined stainless-steel 
autoclave. The autoclave was maintained at 160 °C for 12 h. The product 
was collected and washed with deionized water and absolute alcohol for 
several times and dried in a vacuum oven at 60 °C for 10 h.

For comparison, VS4 nanospheres were also synthesized as a control 
sample with the same synthesis procedure but without adding surfactant 
F-127.

Characterizations: The samples were characterized by SEM (FEI 
Nova450) and TEM (JEM-2100). XRD spectra were recorded using 
a XRD-6000 diffractometer (Shimadzu Co., Japan), equipped with a 
rotating anode and a Cu Kα radiation source (λ = 1.54178 Å). Nitrogen 
sorption–desorption isotherms were obtained through Brunauer–
Emmett–Teller (BET) analysis at 77 K on a Quantachrome Autosorb-
IQ-2C instrument, and the pore-size distributions were calculated using 
Barret–Joyner–Halender (BJH) method. X-ray photoelectron spectra 
(XPS) were obtained using a PHI-5000 VersaProbe X-ray photoelectron 
spectrometer with an Al Kα X-ray radiation.

Electrochemical Measurements: The working cathode was prepared 
by adding a mixture of active material (80 wt%), conducting acetylene 
black (10 wt%), and polyvinylidene fluoride (PVDF, 10 wt%) into 
N-methyl-2-pyrrolidinone (NMP) solvent to form a homogeneous slurry, 
and then spread on carbon paper (as current collector) and dried in 
a vacuum oven at 80 °C for 12 h. The mass loading of active material 
is 1.5–2.0 mg cm−2. Coin-type (CR2032) cells were assembled in an 
Ar-filled glove box with Whatman glass fiber separators and Mg foil 
anodes. Mg foil was polished with 600-grit SiC sandpaper and cleaned 
prior to use. The THF solution containing 0.4 m 2PhMgCl–AlCl3 (APC) 
was prepared following a reported procedure and used as electrolyte.[9] 
The galvanostatic discharge–charge performances were measured on 
a LAND CT2001A multichannel battery test system between 0.2 and 
2.2 V versus Mg2+/Mg at room temperature. Cyclic voltammetry (CV) 
was performed using an electrochemistry workstation (Chenhua CHI-
760E) at a scan rate of 0.2 mV s−1. The GITT was performed at constant 
current densities (50, 100, and 150 mA g−1) for 20 min followed by 
2 h of open circuit period upon discharging and charging processes, 
respectively. The specific capacity was calculated based on the loading 
mass of cathode material.

Computational Details: All the calculations of Mg–VS4 structure were 
performed with Dmol3 in Material Studios software (Materials Studio 
version 4.0, Accelrys, Inc., San Diego, 2006). The DFT was applied to 
geometry optimizations at the level of PBE/DND4.4. The supercell of VS4 
was built on the basis of crystalline structure. All combinations of possible 
insertion positions of Mg2+ ions and corresponding optimized structures 
of MgxVS4 with different Mg2+ insertion content x (from 0 to 0.875) with 
PBE functional were tested and given in Table S3 (Supporting Information), 
Figure 5, and Figures S11, S12, and S14 (Supporting Information). The 
Self-consistent field convergence criterion was set to 10−4.

To reduce the influence of geometry changes on the formation 
energy, the relative formation energy per VS4 unit (shown in Figure 5a) 
was defined as

Mg VS Mg VS Mg VS VSF 4 1/ 4 1/ 4 4E E E E Ex x n n( )( ) ( )( ) ( )∆ = − − −−
 

where E(MgxVS4) are the lowest energy state with x Mg2+ ions (x = 1/n to 
1) inserted into the VS4, and E(VS4) is the energy of pristine VS4. Since 
we carried out DFT calculations based on the supercell of V8S32, the 
value of n, which represents the number of VS4 cell, is 8.

Figure S13 (Supporting Information) shows the DFT calculation 
results for the charge (electron) density of the inserted Mg ions (called 
qMg/n, as noted below). Since the formal charge of Mg2+ ion is taken as 
+2 before the insertion of Mg ion into VS4, the value of (2−qMg/nx) can 
reflect the average extent of electron transfer from VS4 to each Mg ion in 
MgxVS4 when x = 0.125 to 0.875 (n = 8).
qMg: Total charge of the inserted Mg ions in the supercell of Mg8xV8S32

qMg/n: Total charge of the inserted Mg ions in MgxVS4

(2- qMg/nx): The average charge transfer per Mg ion in MgxVS4.

Supporting Information
Supporting Information is available from the Wiley Online Library or 
from the author.
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