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ABSTRACT: Crystal structures and magnetic properties of three one-dimensional
(1D) azido-bridged cobalt(II) chains with different amide ligands (L),
[Co2(N3)4(DMF)3] (1), [Co4(N3)8(DEF)5] (2), and [Co2(N3)4(DIPF)2] (3)
(DMF = N,N-dimethylformamide, DEF = N,N-diethylformamide, and DIPF =
N,N-diisopropylformamide), are reported to investigate the influence of L on their
structures and magnetic properties. Single-crystal X-ray crystallographic analysis
revealed that, although 1−3 all consist of cobalt chains bridged by end-on (EO)
azides, the coordination geometry of the CoII ions and the repeating units of the 1D
structures are quite different. As the size of L increases, the ratio of L to CoII

decreases from 6:4 in 1 to 5:4 and 4:4 in 2 and 3, respectively. In 1, two [CoN5O1]
and two [CoN4O2] distorted octahedra form the {[CoN5O1][CoN4O2]2[CoN5O1]}
tetramers (denoted as Co4A), which are linked to each other by sharing the N−N
edge to form the chain. Similarly, the chain structure of 3 is constructed from a similar tetramer unit {[CoN5]-
[CoN4O2]2[CoN5]} (denoted as Co4B), where half of the CoII centers are in the [CoN5] trigonal bipyramid because of the
larger steric effect of the DIPF ligand, while, for compound 2 of the medium-sized amide, it has the transition structure between
those of 1 and 3. The chain is composed of two different repeating units: Co4A unit similar to that in 1 and Co4B unit similar to
that in 3. Because of their similar structures, compounds 1−3 exhibit analogical magnetic properties. Direct-current magnetic
measurements demonstrated that all compounds show intrachain ferromagnetic coupling through the EO azides and interchain
anti-ferromagnetic interactions. Alternating-current data revealed the slow magnetic relaxation in the anti-ferromagnetic ordered
phases. While compound 1 exhibits spin glass behavior, compounds 2 and 3 behave as the single-chain magnets. This difference
might come from the interference of the anti-ferromagnetic ordering on the magnetic dynamic of the magnetic chain.

■ INTRODUCTION

Slow magnetic relaxation is characteristic for spin glasses, super-
paramagnets, and molecular nanomagnets including single-
molecular magnets (SMMs) and single-chain magnets
(SCMs).1 Since the discovery of the very first examples of
SCMs in 2001 and 2002,2 rational design and synthesis of these
very interesting one-dimensional (1D) magnetic materials have
attracted considerable interest in virtue of their potential
applications in information storage and quantum computing.3

Various synthetic strategies have been developed,4 leading to a
large number of SCMs based on transition-metal ions,5 rare-
earth ions,6 or heterometallic 3d/4d−4f centers.7 Furthermore,
it was proved that the SCM behavior can also be observed in
the anti-ferromagnetic (AFM) and ferromagnetic (FM)
ordered phases, which broadened significantly the scope of
SCMs.8

For the construction of SCMs, spin carriers of large magnetic
anisotropy (preferably of the Ising type) and bridging ligands
favoring strong intrachain magnetic coupling (J) are essential
ingredients.9 In this regard, CoII ion is widely used because of
its large magnetic anisotropy.10 For the bridging ligand, azide is
one of the most extensively investigated ligands owing to its

coordinative and magnetic versatility.11 In particular, the end-
on (EO) azido ion usually transfers FM coupling. Therefore, a
variety of CoII chains with EO-azido bridges have been reported
to behave as SCMs.12

Apart from the spin carriers and bridging ligands, the
terminal ligands also play important roles on the magnetic
features of the 1D systems, by modifying the coordination
environments and/or tuning the interchain magnetic inter-
actions (J′).13 While strong interchain interactions may stabilize
the long-range magnetic ordering,14 weak interchain inter-
actions favor the SCMs.4 Besides, an appropriate ratio of J/J′
can induce the coexistence and even mutual transformation of
long-range ordering and SCM behavior.8a,15 It has also been
reported that suitable J′ interactions could cause the random-
ness and frustration in the 1D systems and lead to the spin glass
behavior.16 In this regard, the amide derivatives, which usually
serve as terminal ligands, provide an effective way to tune the
magnetic properties of the 1D compounds due to their different
steric and electronic properties.17 As an illustrative example, a

Received: March 25, 2017
Published: July 3, 2017

Article

pubs.acs.org/IC

© 2017 American Chemical Society 8058 DOI: 10.1021/acs.inorgchem.7b00736
Inorg. Chem. 2017, 56, 8058−8067

pubs.acs.org/IC
http://dx.doi.org/10.1021/acs.inorgchem.7b00736
http://pubs.acs.org/action/showImage?doi=10.1021/acs.inorgchem.7b00736&iName=master.img-000.jpg&w=155&h=113


series of cyano-bridged compounds L4FeReCl4(CN)2 (where L
is amide ligands) reported by Long et al. are all SCMs with
tunable magnetic properties.18 By varying the amide ligands,
the strength of ferromagnetic interactions between ReIV and
FeII ions and the energy barriers of the SCMs can be effectively
modified.
Given the aforementioned findings, we devoted to construct

azido-bridged 1D CoII magnetic materials using amides
(Scheme 1) as the terminal ligands. Herein, we report the

syntheses, structures, and magnetic properties of a series of
azido-bridged 1D complexes with different amide ligands:
[Co2(N3)4(DMF)3] (1), [Co4(N3)8(DEF)5] (2), and
[Co2(N3)4(DIPF)2] (3) (DMF = N,N-dimethylformamide,
DEF = N,N-diethylformamide, and DIPF = N,N-diisopropyl-
formamide). Structurally, we noticed that the repeating units of
the 1D structures of these complexes have interesting
dependence on the size of the amide. For complexes 1 and
3, the repeating units are two different Co4 clusters, namely,
Co4A and Co4B units (Co4A = {[CoN5O1][CoN4O2]2-
[CoN5O1]} and Co4B = {[CoN5][CoN4O2]2[CoN5]}), while
for compound 2 of the medium-sized amide, the 1D structure is
composed of Co4A and Co4B units. Magnetic studies revealed
that all these compounds exhibit AFM ordering as well as slow
magnetic relaxation in the ordered phases. While compound 1
exhibits spin glass behavior, compounds 2 and 3 behave as the
SCM-like behavior.

■ EXPERIMENTAL SECTION
Physical Measurements. Infrared spectral samples were prepared

as KBr pellets, and the spectra were obtained over the range of 4000−
400 cm−1 on a Bruker Tensor 27 FT-IR spectrometer. Elemental
analyses for C, H, and N were performed on an Elementar Vario EL
III elemental analyzer. Powder X-ray diffraction (PXRD) patterns were
recorded on a Bruker D8 Advance diffractometer with a Cu Kα X-ray
source (Operated at 40 kV and 40 mA). Magnetic measurements were
performed on a Quantum Design SQUID VSM magnetometer on the
ground single crystals of 1 to 3. Direct-current (dc) measurements
were conducted from 300 to 2 K under an external magnetic field of
1000 Oe. The field-dependent magnetizations were measured at 2 K
with dc field up to 7 T. Experimental susceptibilities were corrected for
diamagnetism of the sample holders and that of the compounds
(χM(dia) = −0.4 × M × 10−6 cm3 mol−1). For all compounds 1−3,
[Co2(N3)4(L)n] (L = DMF, n = 3, (1); L = DEF, n = 2.5, (2); L =
DIPF, n = 2, (3)) was used as the magnetic unit for consistency in the
magnetic analysis.

Materials and Preparation of Compounds 1−3. The starting
materials, including CoCl2·6H2O, NaN3, DMF, DEF, and DIPF were
used as purchased without further purification. Deoxygenated solvents
were prepared by bubbling them with nitrogen for 1 h or distilling
under nitrogen. All the synthesis procedures and all product handling
were performed in a nitrogen atmosphere to avoid the possible
oxidation of CoII ion.

Caution! Although our samples never exploded during handling, azido
metal complexes are potentially explosive. Only a small amount of material
should be prepared, and it should be handled with great care.

[Co2(N3)4(DMF)3] (1). A 2 mL DMF solution containing CoCl2·
6H2O (59.5 mg, 0.25 mmol) was mixed with a 2 mL DMF solution of
NaN3 (32.5 mg, 0.5 mmol). The resulting solution was then filtered
and added to a test tube. Diethyl ether vapor was then allowed to
diffuse into the test tube. Purple needle single crystals suitable for
single-crystal X-ray experiment formed in the tube in one week. The
crystals were then removed from the test tube and washed with small
amount of DMF. Yield: 15 mg, 24% based on CoCl2·6H2O. Elem anal.
(%) Calcd (found) for C9H21Co2N15O3: C, 21.40 (21.55); H, 4.19
(3.96); N, 41.56 (40.98). IR (KBr, cm−1): 2076s [ν(N3

−)], 1651s
[ν(CO)].

[Co4(N3)8(DEF)5] (2). A procedure similar to that of 1 was followed
to prepare compound 2 using DEF instead of DMF. Blue needle
crystals formed in the tube in one week. Yield: 10 mg, 15% based on

Scheme 1. Amide Ligands (L) Used to Prepare Compounds
1−3

Table 1. Crystallographic Data and Structure Refinement Parameters for Compounds 1−3

compound 1 2 3
formula C9H21Co2N15O3 C25H55Co4N29O5 C14H30Co2N14O2

M 505.27 1077.70 544.38
T, K 296 120 296
crystal system monoclinic triclinic triclinic
space group P21/c P1 ̅ P1̅
a [Å] 8.5938(7) 12.152(4) 8.667(6)
b [Å] 13.7181(1) 14.449(5) 12.038(8)
c [Å] 18.6012(1) 14.914(5) 12.923(9)
α [deg] 90 66.737(5) 88.376(1)
β [deg] 101.2090(1) 74.259(5) 76.686(1)
γ [deg] 90 89.852(5) 86.820(1)
V [Å3] 2151.1(3) 2299.2(1) 1309.9(1)
Z 4 2 2
F(000) 1032 1112 564
crystal size (mm) 0.25 × 0.13 × 0.07 0.18 × 0.17 × 0.12 0.25 × 0.10 × 0.03
reflections collected 14 329 18 560 10 200
independent reflections 4923 9348 5225
Rint 0.0361 0.0814 0.0957
GOF 1.006 1.019 1.085
R1, wR2 (I > 2σ(I)) 0.0372, 0.0809 0.0517, 0.1120 0.0830, 0.1095
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CoCl2·6H2O. Elem anal. (%) Calcd (found) for C25H55Co4N29O5: C,
27.86 (27.45); H, 5.14 (5.28); N, 37.69 (36.92). IR (KBr, cm−1):
2084s [ν(N3

−)], 1638s [ν(CO)].
[Co2(N3)4(DIPF)2] (3). A solution containing NaN3 (130 mg, 2

mmol) in 2 mL of MeOH and 1 mL of H2O was added to a solution of
CoCl2·6H2O (238 mg, 1 mmol) in 1 mL of DIPF and 1 mL of H2O.
The resulting deep blue solution was allowed to stand for 2 d to afford
blue needle single crystals. The crystals were collected by filtration and
washed with small amount of DIPF. Yield: 60 mg, 22% based on
CoCl2·6H2O. Elem anal. (%) Calcd (found) for C14H30Co2N14O2: C,
30.89 (30.07); H, 5.55 (5.45); N, 36.02 (35.73). IR (KBr, cm−1):
2089s [ν(N3

−)], 1629s [ν(CO)].
X-ray Crystallography. Single-crystal X-ray diffraction measure-

ments of 1−3 were performed on a Bruker APEX II or APEX DUO
diffractometer with a CCD area detector (Mo Kα radiation, λ =
0.710 73 Å) under a nitrogen flow. As the crystal of 2 loses its single
crystallinity slowly at room temperature, its structure was determined
at 120 K. The APEXII program was used to determine the unit cell
parameters and for data collection. The data were integrated using
SAINT,19 and absorption corrections were applied with SADABS.20

The structures of all the compounds were solved by direct methods
and refined by full matrix least-squares method based on F2 using the
SHELXTL program.21 All non-hydrogen atoms were refined
anisotropically, and all hydrogen atoms were refined by the riding
mode. Details of the data collections and structural refinement
parameters were provided in Table 1. Selected bond lengths and bond
angles were listed in Tables S1−S3. Additional crystallographic
information is available in the Supporting Information.

■ RESULTS AND DISCUSSION
Crystal Structure Description. Single-crystal X-ray

crystallographic analysis revealed that compounds 1−3 all
consist of parallel 1D chains, where the CoII centers are bridged
by EO azides. Their phase purities were confirmed by the
PXRD spectra (Figure S1). Compound 1 crystallizes in a
monoclinic space group P21/c with an asymmetric unit
containing two unique CoII ions, three DMF molecules, and
four azido ligands (Figure 1). The Co1 center is hexa-

coordinated by two μ1,1,1-N3
−, two μ1,1-N3

−, and two DMF
molecules with Co1−N/O bond lengths from 2.089 to 2.186 Å,
while for Co2 ion, its coordination geometry is completed by
four N atoms from μ1,1-N3

−, one N atom from μ1,1,1-N3
−, and

one O atom from DMF. The Co2−N/O distances range from
2.103 to 2.331 Å. The Co1 and Co2 centers reside in the
slightly distorted octahedral coordination environment
[CoN4O2] (Co1, pink) and [CoN5O1] (Co2, sky-blue, Figure
1), respectively, with continuous shape measures (CShM
values)22 related to the ideal octahedron calculated to be
1.021 and 1.783. Linked by one μ1,1,1-N3

− and one μ1,1-N3
−

between Co1 and Co2 centers and two μ1,1,1-N3
− between two

Co1 centers related by the inversion center, four octahedra
(two Co1 and two Co2 ions) are connected to each other by
sharing the edges (namely, N4−N4A, N4−N7, N4−N13A,
N4A−N7A, and N4A−N13) to form a centrosymmetric
{[CoN5O1][CoN4O2]2[CoN5O1]} tetramer unit (denoted as
Co4A) with a defective dicubane core (Figure 1). These Co4A
clusters are then linked to each other by sharing the N10−
N10A edge between two Co2 centers to form the 1D chains
running along the a axis (Figure 2a). All the individual chains

are separated by the terminal DMF molecules with the shortest
interchain CoII−CoII distance being 9.965 Å (Figure 2b). No
significant supramolecular interactions such as the hydrogen
bonding between chains are evident.
Compound 3 crystallizes in the triclinic P1 ̅ space group. Its

asymmetric unit consists of two unique CoII ions, two DIPF
ligands, and four azido ligands (Figure 3). Similar to 1, Co1 ion
adopts the distorted [CoN4O2] octahedral geometry (red)
completed by two μ1,1,1-N3

−, two μ1,1-N3
−, and two DIPF

molecules with Co−N/O bond lengths from 2.080 to 2.230 Å.
Different from 1, the coordination geometry of Co2 ion is
made of four N atoms from four μ1,1-N3

− and one N atom from
one μ1,1,1-N3

−, with the Co2−N distances ranging from 1.969 to

Figure 1. Local coordination environment of CoII ions in compound
1.

Figure 2. 1D chain structure (a), and the crystal packing (b) of
compound 1.

Figure 3. Local coordination environment of CoII in compound 3.

Inorganic Chemistry Article

DOI: 10.1021/acs.inorgchem.7b00736
Inorg. Chem. 2017, 56, 8058−8067

8060

http://dx.doi.org/10.1021/acs.inorgchem.7b00736
http://pubs.acs.org/action/showImage?doi=10.1021/acs.inorgchem.7b00736&iName=master.img-002.jpg&w=130&h=133
http://pubs.acs.org/action/showImage?doi=10.1021/acs.inorgchem.7b00736&iName=master.img-003.jpg&w=209&h=187
http://pubs.acs.org/action/showImage?doi=10.1021/acs.inorgchem.7b00736&iName=master.img-004.jpg&w=130&h=155


2.342 Å. Thus, the coordination geometry of Co2 is a [CoN5]
trigonal bipyramid (green). The CShM values of Co1 and Co2
were calculated to be 1.093 for [CoN4O2] related to
octahedron and 1.370 for [CoN5] related to trigonal bipyramid,
respectively. As in compound 1, two Co1 octahedra and two
Co2 trigonal bipyramids are connected to each other by sharing
the edges to form a centrosymmetric {[CoN5]-
[CoN4O2]2[CoN5]} tetramer unit (denoted as Co4B) with
also a defective dicubane core. These Co4B clusters are further
linked to each other by sharing the N12−N12A edge to
generate a chain parallel to the a axis (Figure 4a). The chains

are also separated from each other by the terminal DIPF
molecules, with the shortest interchain CoII−CoII distance
being 9.766 Å (Figure 4b). Also, there are no significant
supramolecular interactions between the chains.
For compound 2, it also crystallizes into a triclinic P1 ̅ space

group. Although it also consists of 1D EO azido-bridged CoII

chains, its chain structure is of significant difference as those in
1 and 3. The asymmetric unit of 2 contains four unique CoII

ions (Co1 to Co4), five DEF molecules, and eight azido ligands
(Figure 5). For the coordination geometry of the CoII ions,

Co1, Co2, and Co3 ions are hexa-coordinated and adopt the
distorted octahedral geometry, while Co4 ion is penta-
coordinated and adopts a trigonal bipyramid geometry. The
CShM values are calculated to be 0.775 (Co1, [CoN5O2]
octahedron), 0.965 (Co2, [CoN4O2] octahedron), 0.873 (Co3,
[CoN4O2] octahedron), and 1.800 (Co4, [CoN5] trigonal
bipyramid), respectively. Interestingly, the 1D structure of 2
consists of both the Co4A tetranuclear unit (Figure 5a) similar
to that in 1 and Co4B tetranuclear unit (Figure 5b) similar to
that in 3. These two kinds of tetramers (Co4A and Co4B) are
linked to each other by sharing the N15−N18 edges of the
polyhedra of Co2 and Co4 to form the 1D chains along the
diagonal of the bc plane (Figure 6a). These 1D chains are
separated from each other by the DEF molecules. The shortest
interchain CoII−CoII distance is 9.120 Å (Figure 6b).

Magnetic Properties. Variable-temperature dc magnetic
susceptibility data for 1−3 were measured on ground single
crystals between 2 and 300 K at 1 kOe (Figure 7 and Figure
S2). The χMT versus T plots are all similar. At 300 K, the
measured χMT values are 8.44, 8.40, and 7.18 cm3 mol−1 K for
1−3, respectively, falling in the usual range for two high-spin
CoII ions with unquenched orbital momentum.23 When cooled,

Figure 4. 1D chain structure (a) and the crystal packing (b) of
compound 3.

Figure 5. Local coordination environment of CoII ions for Co4A unit
(a) and Co4B unit (b) in compound 2.

Figure 6. 1D chain structure (a) and the crystal packing (b) of
compound 2.

Figure 7. Variable-temperature dc magnetic susceptibility data for 1,
measured in an applied field of 1 kOe. The red line represents Curie−
Weiss fit.
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the χMT value increases gradually at high temperatures and then
increases more abruptly below 50 K to a maximum of 123.85
cm3 mol−1 K at 8 K for 1, 118.77 cm3 mol−1 K at 8 K for 2, and
148.83 cm3 mol−1 K at 12 K for 3. After the maximum, χMT
drops sharply to a minimum at 1.8 K. The sharp peak of the
χMT indicates the long-range magnetic ordering and the sharp
decrease is likely because of AFM interchain interactions or
field saturation effect at low temperature. The Curie−Weiss fit
of the susceptibility data above 100 K gave the Curie constants
C = 7.56, 7.48, 6.51 cm3 mol−1 K and Weiss constants θ =
32.39, 33.77, 42.02 K for compounds 1−3, respectively. The
positive θ values clearly indicate the FM couplings between the
CoII ions transmitted by the μ1,1-N3

− or μ1,1,1-N3
− ions.

However, because of the complexity of the structures of 1−3,
quantitative analyses on the magnetic data for the exchange
magnetic interactions and magnetic anisotropies are inherently
difficult. A lot of different parameters must be considered to
model their magnetic data. For instance, for compounds 1 and
3, there are three nearest exchange interactions between the
CoII centers (namely, J(Co1−Co2), J(Co1−Co1A), and
J(Co2−Co2A)), two different sources of magnetic anisotropies
(different g factors and/or zero-field splitting parameters for
Co1 and Co2), and at least one interchain dipole−dipole
exchange interaction (zJ′, using a mean-field theory approx-
imation, which is apparently also a rough estimation, since the
distances between the chains are different along different
directions). The situation is even worse for compound 2, as it
contains four different CoII centers and five different Co−Co
exchange interactions.
The field-dependent magnetization M(H) curves of 1 to 3

from 0 to 70 kOe were also measured at 2 K (Figure 8). For all

the compounds, the magnetization rises rapidly at low fields
and then increases slowly to the maximum values at 70 kOe.
Clearly, the magnetization is not saturated at 70 kOe, which
could be due to the large magnetic anisotropy of the octahedral
or trigonal bipyramidal CoII systems.9 Interestingly, small
hysteresis loops can be observed at 2 K for all three compounds
with the remnant magnetizationMR = 1.0, 2.4, and 2.2 μB, and a
coercive field of HC = 170, 600, and 1300 Oe, for 1−3,
respectively (with a field sweep rate of 300 Oe/s). Observation
of the loops indicates the very slow dynamics of the
magnetization in compounds 1−3, which might originate
from the classic long-range magnetic ordering, spin glass or the
SCM behavior. Furthermore, the hysteresis loops for
compound 3 at different temperatures and different field
sweep rates were also measured to investigate the slow

magnetic relaxation. As shown in Figure S3, these loops show
obvious temperature and field sweep rate dependence. With
decreasing temperature and increasing field sweep rate, the
coercive field increases significantly. The hysteresis loop can be
observed up to 3.0 K at a rate of 300 Oe/s.
The zero-field-cooled (ZFC) and field-cooled (FC, Hdc = 10

Oe) magnetizations were also measured. As depicted in Figure
9 and Figure S4, all these compounds behave in a similar

manner. Taking compound 1 as an example, the ZFC and FC
curves coincide with each other at high temperatures and show
a very sharp peak at 7.7 K. Below 7.2 K, these two curves
diverge from each other: while the FC curve remains almost
constant, the ZFC curve drops sharply upon cooling. Similarly,
a peak at 7.0/10.4 K and a divergence point at 6.4/6.0 K were
observed for compounds 2 and 3. All these features indicate the
occurrence of AFM magnetic ordering at higher temperature.
The magnetic irreversibility at lower temperatures might
originate from either spontaneous magnetization or slow
magnetic relaxation, such as that found for glassy magnets or
SCMs, considering the chain structures of compounds 1−3.
To probe their slow magnetic relaxation, variable-temper-

ature ac susceptibility measurements were performed for
compounds 1−3 at multiple frequencies under zero dc field.
As shown in Figure 10, in all cases, the AFM ordering is
confirmed by the frequency-independent peaks in the χ′ curves,
and the ordering temperatures are consistent with those
observed in ZFC/FC curves. Interestingly, at lower temper-
atures, both the in-phase (χ′) and the out-of-phase (χ″) signals
show frequency dependence, indicating the slow magnetic
relaxation. The shift of the peak temperatures (Tp) in the χ″
plots measured by the Mydosh parameter ϕ = (ΔTp/Tp)/
(Δlog f) are estimated to be 0.06, 0.14, and 0.11 for 1−3,
respectively. On the one hand, the relatively small ϕ value of 1
(<0.1) indicates that compound 1 exhibits the spin glass
behavior, rather than that of a typical super-paramagnet.1a For
compounds 2 and 3, on the other hand, ϕ falls in the normal
range (0.1 < ϕ < 0.3) expected for super-paramagnetic
behavior, indicating the SCM behavior of 2 and 3. From the
χ″ data, relaxation time (τ) can be extracted for each peak
through the expression τ = 1/2πν, where ν is the frequency of
the ac field. Fitting of the relaxation time according to the
Arrhenius equation τ(T) = τ0·exp(Δτ/kBT) gives the energy
barriers of Δτ/kB = 201.93, 60.17, 71.54 K and pre-exponential
factors of τ0 = 1.71 × 10−18, 1.95 × 10−9, 7.10 × 10−12 s for
compounds 1−3, respectively (Figure 11).

Figure 8. Isothermal magnetization dependence for 1−3 at 2 K.
(inset) Magnetic hysteresis loops for 1−3 at 2 K.

Figure 9. ZFC and FC magnetization for 1, measured in an applied
field of 10 Oe.
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We noticed that both the ϕ value and the pre-exponential
factor τ0 for compound 1 are out of the normal range for an
SCM, indicating its spin glass behavior. Therefore, the
conventional critical scaling law of the spin dynamics,16 τ =
τ0[(Tp − Tf)/Tf]

−zν, was used to evaluate the dynamic property
of magnetization of 1, where τ is the relaxation time, Tf is the
freezing temperature, Tp is the spin glass temperature, and zν is
the critical exponent, respectively. According to this equation,
three parameters τ0 = 4.5 × 10−10 s, Tf = 4.4 K, and zν = 11.55
were estimated for compound 1 (Figure S5). The value of zν is
in the range of various spin glass behaviors from 4 to 12, which
further confirms the canonical spin glass behavior for
compound 1.
The Cole−Cole plots (Figures S6a and S7a) for compounds

2 and 3 were also measured to investigate the relaxation
dynamics. A generalized Debye model was used to extract the
values and distribution of the relaxation time (τ).24 The
obtained α values are 0.23−0.31 and 0.34−0.43 for 2 and 3
(Tables S4 and S5), respectively, indicating a relatively broad
distribution of the relaxation time. A least-squares fit based on
the Arrhenius relationship τ(T) = τ0·exp(Δτ/kBT) gives
parameters Δτ/kB = 69.89 and 62.66 K and τ0 = 1.14 × 10−9

and 5.04 × 10−11 s for compounds 2 and 3, respectively
(Figures S6b and S7b). These parameters are slightly different
from those obtained from the temperature-dependent ac
susceptibility data. The frequency dependence fit could be

more reliable, because the whole curve is used for fitting instead
of peak maximum only.
In an anisotropic Heisenberg or Ising-like 1D system, it is

well-known that the χMT value is proportional to the
correlation length (ξ) and that it increases exponentially with
decreasing temperature, following the equation χMT = Ceff
exp(Δξ/kBT).

25,26 The Ceff is the effective Curie constant, and
Δξ is the correlation energy, which gives an estimation of the
intrachain exchange energy needed to create a domain wall
within the chain. The resulting ln(χMT) versus 1/T plots of 1−
3 increase linearly in the temperature ranges of 12−110, 20−
100, and 16−90 K, and linear fitting of the data gives Ceff =
8.33, 8.41, and 6.75 cm3 mol−1 K and Δξ/kB = 27.85, 27.98, and
51.06 K, respectively (Figure S8).
In the ideal Ising chain system, the Glauber dynamics

predicts that Δτ = Δξ for “infinite” chains and Δτ = 2Δξ for
“finite” chains.25 Comparing the Δξ and Δτ values for
compounds 2 and 3, we found that these Δξ values are
significantly smaller than the Δτ values estimated from ac
measurements, and the difference between Δξ and Δτ in these
two compounds can be associated with the anisotropy energy
barrier (ΔA) induced by the relaxation of the single CoII ion. As
the magnetic relaxation of 2 and 3 occurs in the low-
temperature “finite-size” regime, the energy barrier should be
given as Δτ = Δξ + ΔA.

25 According to this relationship, the
magnetic anisotropy energy ΔA/kB for the CoII centers can be
estimated as 41.91 and 11.60 K for compounds 2 and 3,
respectively.

■ DISCUSSION

In this work, a straightforward and effective strategy in which
the amide solvent molecules (L) are directly utilized as the
terminal ligands was employed to construct the azido-bridged
1D CoII chains. This synthesis method is distinctive from the
traditional ones, where the extra molecules are required to act
as the blocking ligands, such as zwitterionic carboxylate
ligands11b and 2,2′-bipyridine as well as their derivatives.27

From this strategy, a series of Co−N3 1D chains was
successfully synthesized. Moreover, the coordination environ-
ment for the CoII ions and the repeating units for the 1D
structures of these compounds have interesting dependence on
the size of L. As shown in Figure 12, across compounds 1−3,

Figure 10. Variable-temperature in-phase (top) and out-of-phase (bottom) components of the ac susceptibility data for 1 (a), 2 (b), and 3 (c)
collected in a 0.5 Oe ac field oscillating at frequencies of 1−950 Hz.

Figure 11. Arrhenius plots of relaxation time for compounds 1−3.
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half of the CoII ions (Co1 in compounds 1 and 3, Co1 and Co3
in compound 2) reside in the similar coordination environment
[CoN4O2] with four azides and two amides, while the
coordination geometry of the other half of the CoII ions
(Co2 in compounds 1 and 3, Co2 and Co4 in compound 2)
are quite different. For compound 1, the coordination geometry
of Co2 is completed by five N3

− and one DMF ligand to form
the [CoN5O1] octahedron. In 2, where the DMF ligand is
replaced by the larger DEF ligand, half of the Co2 ions (with a
new label of Co4) change to penta-coordinated and adopt the
[CoN5] trigonal bipyramid. Furthermore, with the largest DIPF
ligand, all the Co2 ions in compound 3 are penta-coordinated
in a [CoN5] trigonal bipyramid. These results indicate that the
number of the coordinated L decreases with the increasing size
of L. For compounds 1−3, the ratios of L to CoII centers are
6:5, 5:4 and 4:4, respectively. Because of the different
coordination polyhedra of CoII centers, the 1D structures of
compounds 1−3 are constructed from distinct repeating units.
For compounds 1 and 3, the repeating units are Co4A
{[CoN5O1][CoN4O2]2[CoN5O1]} and Co4B {[CoN5]-
[CoN4O2]2[CoN5]}, respectively, while for compound 2, the
1D structure is completed by alternating Co4A (blue square in
Figure 12) and Co4B (red square in Figure 12) units. These
results indicate that by using amides of different steric effect,

more novel CoII-azide compounds are expected, which can
shed some light on the complicated and fascinating magneto−
structure relationships.
Because of their similar structures, 1−3 exhibit analogical

magnetic properties. For all these compounds, the EO N3
−

bridges transmit FM couplings between the adjacent CoII ions
and lead to the ferromagnetic chains, which are AFM coupled
further to give the long-range AFM ordering at higher
temperatures. The AFM ordering is attributed to the dipole−
dipole magnetic couplings between the chains. For compounds
1 to 3, all individual chains are separated by the terminal amide
molecules with the shortest interchain distance being ∼10 Å.
Although no significant supramolecular interactions between
chains are evident, dipole−dipole interactions can always
function between the chains. Usually, this dipole−dipole
magnetic interaction is anti-ferromagnetic, and this should be
the reason for the AFM ordering. In fact, this result is
consistent well with the earlier reports of the SCM-based anti-
ferromagnets.28

At low temperature, all compounds show slow magnetic
relaxation in the AFM ordered phases. However, their magnetic
dynamics slightly differs from each other: only compound 1
shows spin glass behavior, while 2 and 3 behave as the SCMs.
Frankly speaking, we are not sure about the reason for these
differences. However, we think that it might be because of the
interference of the AFM ordering. As we can see from the χ′
plots (Figure 10), the temperature for the observation of the
slow magnetic relaxation (where frequency dependence starts
in the χ′ plots) of 1 is very close to its peak temperature (Tc of
the AFM ordering), while for compounds 2 and 3, these
temperatures are far from the peak temperatures. As reported
by Coulon et al.,8b the AFM ordering influences the magnetic
relaxation dramatically for the SCM-based anti-ferromagnets.
The relaxation time is expected to increase in the region close
to the AFM-paramagnetic boundary. Meanwhile, deeper inside
the AFM phase, as that for compounds 2 and 3, the dynamics
are essentially due to the SCM part of the compounds. As for
the reason why only compound 1 shows the slow magnetic
relaxation in the temperature region close to the Tc value, we
cannot come to any conclusion.
Finally, for compounds 2 and 3 exhibiting both SCM

behavior in the AFM ordered state, no general trend of the
effective energy barriers can be formulated. As reported in the
earlier reports, the effective energy barrier of an SCM can be
attributed to two components, namely, the energy barrier for
the magnetic anisotropy of the individual metal ions and the
correlation energy originates from the intrachain magnetic
coupling.6a,29 However, because of their complicated chain
structures and existence of two or four different CoII centers,
we do not think it is possible to extract any meaningful
parameters for the exchange interactions, magnetic anisotro-
pies, and interchain interactions. This statement is also true for
the different energy barriers.

■ CONCLUSIONS
In summary, we have reported here the syntheses, structures,
and magnetic properties of three 1D azido-bridged cobalt
chains with different amide terminals. All compounds consist of
parallel 1D chains, where the CoII sites are linked through EO
N3

− bridges. Because of the different steric effect of the amides,
the coordination geometry of the CoII ions and the repeating
units of the 1D structures in compounds 1 to 3 are quite
different from each other. Most interestingly, we noticed that

Figure 12. Coordination environment of the 1D CoII chains for
compounds 1 (a), 2 (b, c), and 3 (d). The Co4A and Co4B units for
compound 2 are shown in the blue and red squares.
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for the medium-sized amide, the resulting structure is also the
transition structure of the other two structures. However, the
interchain distances and the interchain CoII−CoII distances
have no clear correlation with the size of the amides. Because of
their similar 1D structures, compounds 1−3 exhibit analogical
magnetic behaviors. Magnetic studies indicated that all these
compounds exhibit intrachain FM couplings and interchain
AFM interactions, as well as the slow magnetic relaxation in the
AFM ordered phases. However, their magnetic dynamics
slightly differs from each other: compound 1 shows spin glass
behavior, while compounds 2 and 3 behave as the SCMs. To
further explore the complex dynamics and the magneto−
structure correlation, the construction of other Co−N3 1D
systems with different amide terminals is currently underway.
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Magnet Based on {CoII4} Complexes and Azido/Picolinate Ligands.
Inorg. Chem. 2014, 53, 7870−7875.
(13) (a) Wang, X.; Li, Y.; Hu, P.; Wang, J.; Li, L. Slow magnetic
relaxation and field-induced metamagnetism in nitronyl nitroxide-
Dy(III) magnetic chains. Dalton Trans. 2015, 44, 4560−4567.
(b) Miyasaka, H.; Clerac, R.; Mizushima, K.; Sugiura, K.-i.;
Yamashita, M.; Wernsdorfer, W.; Coulon, C. [Mn2(saltmen)2Ni-
(pao)2(L)2](A)2 with L = Pyridine, 4-Picoline, 4-tert-Butylpyridine, N-
Methylimidazole and A = ClO4

−, BF4
−, PF6

−, ReO4
−: A Family of

Single-Chain Magnets. Inorg. Chem. 2003, 42, 8203−8213.
(14) (a) Numata, Y.; Inoue, K.; Baranov, N.; Kurmoo, M.; Kikuchi,
K. Field-Induced ferrimagnetic state in a molecule-based magnet
consisting of a CoII ion and a chiral triplet bis (nitroxide) radical. J. Am.
Chem. Soc. 2007, 129, 9902−9909. (b) Manson, J. L.; Huang, Q.-Z.;
Brown, C. M.; Lynn, J. W.; Stone, M. B.; Singleton, J.; Xiao, F.
Magnetic Structure and Exchange Interactions in Quasi-One-Dimen-
sional MnCl2(urea)2. Inorg. Chem. 2015, 54, 11897−11905. (c) Prins,
F.; Pasca, E.; de Jongh, L. J.; Kooijman, H.; Spek, A. L.; Tanase, S.
Long-Range Magnetic Ordering in a TbIII−MoV Cyanido-Bridged
Quasi-One-Dimensional Complex. Angew. Chem., Int. Ed. 2007, 46,
6081−6084. (d) Ray, U.; Jasimuddin, S.; Ghosh, B. K.; Monfort, M.;
Ribas, J.; Mostafa, G.; Lu, T. H.; Sinha, C. A New Alternating Ferro-
An t i f e r r omagn e t i c One -D imen s i o n a l A z i d o -B r i d g e d
(Arylazoimidazole)manganese(II), [Mn(TaiEt)(N3)2]n [TaiEt = 1-
Ethyl-2-(p-tolylazo)imidazole], Exhibiting Bulk Weak Ferromagnetic
Long-Range Ordering. Eur. J. Inorg. Chem. 2004, 2004, 250−259.
(15) (a) Liu, Z.-Y.; Xia, Y.-F.; Jiao, J.; Yang, E.-C.; Zhao, X.-J. Two
water-bridged cobalt (II) chains with isomeric naphthoate spacers:
from metamagnetic to single-chain magnetic behaviour. Dalton Trans.
2015, 44, 19927−19934. (b) Zhuang, P.-F.; Liu, T.; Zheng, H.; Hu, J.-
X.; Xie, X.-H.; Ren, L.-X.; Li, W.-Q.; He, C.; Duan, C.-Y. Cyano-
bridged Fe2Cu double-zigzag chains: From metamagnetism to
coexistence of metamagnetism and single-chain magnet behavior.
Inorg. Chem. Commun. 2014, 49, 147−150. (c) Li, D.; Zheng, L.;
Zhang, Y.; Huang, J.; Gao, S.; Tang, W. Coexistence of long-range
ferromagnetic ordering and glassy behavior in one-dimensional
bimetallic cyano-bridged polymers. Inorg. Chem. 2003, 42, 6123−6129.
(16) (a) Kotliar, G.; Anderson, P. W.; Stein, D. L. One-dimensional
spin-glass model with long-range random interactions. Phys. Rev. B:
Condens. Matter Mater. Phys. 1983, 27, 602−605. (b) Li, D.-F.; Zheng,
L.-M.; Zhang, Y.-Z.; Huang, J.; Gao, S.; Tang, W.-X. Coexistence of
long-range ferromagnetic ordering and glassy behavior in one-
dimensional bimetallic cyano-bridged polymers. Inorg. Chem. 2003,
42, 6123−6129. (c) Zhao, L.; Zhang, Y.-J.; Hu, J.-X.; Jiao, C.-Q.;
Wang, J.-L.; Duan, C.-Y.; Liu, T. Coexistence of the single chain
magnet and spin-glass behavior in a cyano-bridged {FeIII2Fe

II} chain.

Inorganic Chemistry Article

DOI: 10.1021/acs.inorgchem.7b00736
Inorg. Chem. 2017, 56, 8058−8067

8066

http://dx.doi.org/10.1021/acs.inorgchem.7b00736
http://pubs.acs.org/action/showLinks?system=10.1021%2Fja077666e&coi=1%3ACAS%3A528%3ADC%252BD2sXhsVWqsLnK&citationId=p_n_68_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fja077666e&coi=1%3ACAS%3A528%3ADC%252BD2sXhsVWqsLnK&citationId=p_n_68_1
http://pubs.acs.org/action/showLinks?pmid=24797689&crossref=10.1039%2FC4CC01909A&coi=1%3ACAS%3A528%3ADC%252BC2cXosValsbc%253D&citationId=p_n_92_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Facs.inorgchem.5b02162&coi=1%3ACAS%3A528%3ADC%252BC2MXitVSns77K&citationId=p_n_128_1
http://pubs.acs.org/action/showLinks?pmid=16933350&crossref=10.1002%2Fanie.200601349&coi=1%3ACAS%3A528%3ADC%252BD28XhtVKmsb7K&citationId=p_n_82_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fic500420u&coi=1%3ACAS%3A528%3ADC%252BC2cXht1SqsLrO&citationId=p_n_118_1
http://pubs.acs.org/action/showLinks?pmid=22011743&crossref=10.1039%2Fc1dt11068c&coi=1%3ACAS%3A528%3ADC%252BC3MXhsFahs7%252FF&citationId=p_n_72_1
http://pubs.acs.org/action/showLinks?pmid=26514974&crossref=10.1039%2FC5DT03297K&coi=1%3ACAS%3A528%3ADC%252BC2MXhs1Kqur3F&citationId=p_n_135_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fja0380751&coi=1%3ACAS%3A528%3ADC%252BD3sXosVCht78%253D&citationId=p_n_108_1
http://pubs.acs.org/action/showLinks?crossref=10.1103%2FPhysRevB.27.602&citationId=p_n_142_1
http://pubs.acs.org/action/showLinks?crossref=10.1103%2FPhysRevB.27.602&citationId=p_n_142_1
http://pubs.acs.org/action/showLinks?crossref=10.1016%2Fj.ccr.2014.04.001&coi=1%3ACAS%3A528%3ADC%252BC2cXhtVemurzK&citationId=p_n_105_1
http://pubs.acs.org/action/showLinks?crossref=10.1016%2Fj.ccr.2014.04.001&coi=1%3ACAS%3A528%3ADC%252BC2cXhtVemurzK&citationId=p_n_105_1
http://pubs.acs.org/action/showLinks?pmid=21390364&crossref=10.1039%2Fc1cc00036e&coi=1%3ACAS%3A528%3ADC%252BC3MXjvFSrurc%253D&citationId=p_n_94_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fja8050052&coi=1%3ACAS%3A528%3ADC%252BD1cXht1WjsrvE&citationId=p_n_84_1
http://pubs.acs.org/action/showLinks?pmid=24311434&crossref=10.1002%2Fanie.201307366&coi=1%3ACAS%3A528%3ADC%252BC3sXhvVykt7zF&citationId=p_n_57_1
http://pubs.acs.org/action/showLinks?pmid=25784624&crossref=10.1002%2Fanie.201410664&coi=1%3ACAS%3A528%3ADC%252BC2MXkvVelu7o%253D&citationId=p_n_74_1
http://pubs.acs.org/action/showLinks?pmid=25784624&crossref=10.1002%2Fanie.201410664&coi=1%3ACAS%3A528%3ADC%252BC2MXkvVelu7o%253D&citationId=p_n_74_1
http://pubs.acs.org/action/showLinks?crossref=10.1016%2Fj.inoche.2014.09.032&coi=1%3ACAS%3A528%3ADC%252BC2cXhs1GlsrrJ&citationId=p_n_137_1
http://pubs.acs.org/action/showLinks?crossref=10.1039%2Fb807824f&coi=1%3ACAS%3A528%3ADC%252BD1cXht1SlsbbF&citationId=p_n_81_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fic034539k&coi=1%3ACAS%3A528%3ADC%252BD3sXms1aqs7w%253D&citationId=p_n_144_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fic302162c&coi=1%3ACAS%3A528%3ADC%252BC3sXlt1WitL4%253D&citationId=p_n_114_1
http://pubs.acs.org/action/showLinks?pmid=25652849&crossref=10.1039%2FC4DT01878H&coi=1%3ACAS%3A528%3ADC%252BC2MXit1aqsbk%253D&citationId=p_n_121_1
http://pubs.acs.org/action/showLinks?crossref=10.1002%2Fejic.200600552&citationId=p_n_101_1
http://pubs.acs.org/action/showLinks?crossref=10.1246%2Fbcsj.78.1725&coi=1%3ACAS%3A528%3ADC%252BD2MXhtF2itbvO&citationId=p_n_79_1
http://pubs.acs.org/action/showLinks?pmid=19259557&crossref=10.1039%2Fb901163n&coi=1%3ACAS%3A528%3ADC%252BD1MXisFCis7c%253D&citationId=p_n_96_1
http://pubs.acs.org/action/showLinks?pmid=26083680&crossref=10.1039%2FC5CC02945G&coi=1%3ACAS%3A528%3ADC%252BC2MXpsF2gur8%253D&citationId=p_n_59_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fic034539k&coi=1%3ACAS%3A528%3ADC%252BD3sXms1aqs7w%253D&citationId=p_n_139_1
http://pubs.acs.org/action/showLinks?pmid=19518748&crossref=10.1103%2FPhysRevLett.102.167204&citationId=p_n_66_1
http://pubs.acs.org/action/showLinks?pmid=20967351&crossref=10.1039%2Fc0cc03529g&coi=1%3ACAS%3A528%3ADC%252BC3cXhtl2ltbfJ&citationId=p_n_90_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fja064828i&coi=1%3ACAS%3A528%3ADC%252BD2sXnvFGntr4%253D&citationId=p_n_126_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fja064828i&coi=1%3ACAS%3A528%3ADC%252BD2sXnvFGntr4%253D&citationId=p_n_126_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fic102391e&coi=1%3ACAS%3A528%3ADC%252BC3MXivFCktrY%253D&citationId=p_n_116_1
http://pubs.acs.org/action/showLinks?pmid=25600433&crossref=10.1039%2FC4CC10003D&coi=1%3ACAS%3A528%3ADC%252BC2MXntVWkug%253D%253D&citationId=p_n_70_1
http://pubs.acs.org/action/showLinks?pmid=25600433&crossref=10.1039%2FC4CC10003D&coi=1%3ACAS%3A528%3ADC%252BC2MXntVWkug%253D%253D&citationId=p_n_70_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fic034872o&coi=1%3ACAS%3A528%3ADC%252BD3sXos1Kku7k%253D&citationId=p_n_123_1
http://pubs.acs.org/action/showLinks?pmid=17623290&crossref=10.1002%2Fanie.200701847&coi=1%3ACAS%3A528%3ADC%252BD2sXpsFyitLs%253D&citationId=p_n_130_1
http://pubs.acs.org/action/showLinks?crossref=10.1016%2FS0010-8545%2899%2900051-X&coi=1%3ACAS%3A528%3ADyaK1MXmvFCitrY%253D&citationId=p_n_103_1
http://pubs.acs.org/action/showLinks?crossref=10.1016%2FS0010-8545%2899%2900051-X&coi=1%3ACAS%3A528%3ADyaK1MXmvFCitrY%253D&citationId=p_n_103_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fic5021737&coi=1%3ACAS%3A528%3ADC%252BC2cXhvFWjs7jN&citationId=p_n_98_1
http://pubs.acs.org/action/showLinks?pmid=21617809&crossref=10.1039%2Fc1cc12273h&coi=1%3ACAS%3A528%3ADC%252BC3MXnsVCmt7c%253D&citationId=p_n_88_1


Inorg. Chem. Commun. 2016, 66, 55−58. (d) Liu, J.; Luo, J.; Han, Q.;
Cao, J.; Chen, L.; Song, Y.; Zhao, J. Coexistence of long-range
ferromagnetic ordering and spin-glass behavior observed in the first
inorganic−organic hybrid 1-D oxalate-bridging nona-MnII sandwiched
tungstoantimonate chain. J. Mater. Chem. C 2017, 5, 2043−2055.
(17) (a) Pardo, E.; Train, C.; Lescouez̈ec, R.; Journaux, Y.; Pasań, J.;
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Yamashita, M.; Cleŕac, R. Direct evidence of exchange interaction
dependence of magnetization relaxation in a family of ferromagnetic-
type single-chain magnets. J. Mater. Chem. 2007, 17, 2002−2012.

Inorganic Chemistry Article

DOI: 10.1021/acs.inorgchem.7b00736
Inorg. Chem. 2017, 56, 8058−8067

8067

http://dx.doi.org/10.1021/acs.inorgchem.7b00736
http://pubs.acs.org/action/showLinks?system=10.1021%2Fic801505a&coi=1%3ACAS%3A528%3ADC%252BD1MXlvFyhtA%253D%253D&citationId=p_n_185_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fja910963x&coi=1%3ACAS%3A528%3ADC%252BC3cXisFGms7k%253D&citationId=p_n_158_1
http://pubs.acs.org/action/showLinks?pmid=20422103&crossref=10.1039%2Fb913279c&coi=1%3ACAS%3A528%3ADC%252BC3cXmsFersb0%253D&citationId=p_n_175_1
http://pubs.acs.org/action/showLinks?crossref=10.1039%2FC6TC05479J&coi=1%3ACAS%3A528%3ADC%252BC2sXht1amtL8%253D&citationId=p_n_148_1
http://pubs.acs.org/action/showLinks?pmid=27054292&crossref=10.1039%2FC6DT00612D&coi=1%3ACAS%3A528%3ADC%252BC28XkvVSisLw%253D&citationId=p_n_155_1
http://pubs.acs.org/action/showLinks?system=10.1021%2Fja301338d&coi=1%3ACAS%3A528%3ADC%252BC38Xltl2hu7c%253D&citationId=p_n_162_1
http://pubs.acs.org/action/showLinks?crossref=10.1103%2FPhysRevB.69.132408&coi=1%3ACAS%3A528%3ADC%252BD2cXjvVWhu7c%253D&citationId=p_n_184_1
http://pubs.acs.org/action/showLinks?crossref=10.1063%2F1.1703954&citationId=p_n_191_1
http://pubs.acs.org/action/showLinks?crossref=10.1039%2FC4NJ01491J&coi=1%3ACAS%3A528%3ADC%252BC2cXhvVWmu7jK&citationId=p_n_164_1
http://pubs.acs.org/action/showLinks?pmid=20234946&crossref=10.1039%2Fb920231e&coi=1%3ACAS%3A528%3ADC%252BC3cXjt1Khsrc%253D&citationId=p_n_151_1
http://pubs.acs.org/action/showLinks?crossref=10.1039%2FB617493K&coi=1%3ACAS%3A528%3ADC%252BD2sXltVWhu7s%253D&citationId=p_n_193_1
http://pubs.acs.org/action/showLinks?pmid=14533155&crossref=10.1002%2Fanie.200351753&coi=1%3ACAS%3A528%3ADC%252BD3sXot12lu7o%253D&citationId=p_n_173_1
http://pubs.acs.org/action/showLinks?crossref=10.1016%2Fj.inoche.2016.02.011&coi=1%3ACAS%3A528%3ADC%252BC28XislWjsbs%253D&citationId=p_n_146_1
http://pubs.acs.org/action/showLinks?pmid=26455515&crossref=10.1039%2FC5DT03080C&coi=1%3ACAS%3A528%3ADC%252BC2MXhsFert7vJ&citationId=p_n_153_1
http://pubs.acs.org/action/showLinks?crossref=10.1039%2Fc1sc00220a&coi=1%3ACAS%3A528%3ADC%252BC3MXpvFCms7o%253D&citationId=p_n_160_1
http://pubs.acs.org/action/showLinks?pmid=20593107&crossref=10.1039%2Fc0cc00372g&coi=1%3ACAS%3A528%3ADC%252BC3cXpsFeltL4%253D&citationId=p_n_188_1
http://pubs.acs.org/action/showLinks?crossref=10.1063%2F1.1750906&coi=1%3ACAS%3A528%3ADyaH3MXit1Sktw%253D%253D&citationId=p_n_178_1

